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DEVELOPMENT AND CHARACTERIZATION 
O F  

N E W  STORABLE PROPELLANT BLADDER MATERIALS 

by 
H. R. Lubowitz, J. F. Jones, R. A. Meyers, and E. A.Burns 

ABSTRACT 

This final report  describes the work performed to  advance the 

state -of -the -art  of storable propellant expulsion biadde r materials during 

the periods 15 March - 25 November 1966 and 13 March 1967 - 15 January 

1968. 
study in  which new materials were developed, prepared and characterized 

to determine their potential for service with storable propellants. 

new materials were based on a polymeric chemical structure (CPBU), 

first identified under NASA sponsorship (Contract NAS3 -4188), which had 

demonstrated excellent cherni cal  compatibility and low propellant permea-  

bi lit y . 

This program consisted of a systematic material  improvement 

The 

This polymer, identified as poly(cyc1ized 1 , 2  polybutadiene) tolyl 

urethane (CPBU) is a hard,  stiff plastic whose mechanical properties are 

unsuited for bladder applications. 

both chemical backbone modifications of CPBU and mechanical prepara - 
tion of CPBU elastomeric composites as a means for introducing suffi- 

cient flexibility into the product for bladder use without significantly im  - 
pairing the propellant compatibility and permeability. It was found that 

composite vu1 cani zate s of CPBU , ethylene -propylene terpolymer (EP T ), 

and carbon gave products which exhibited 1) greatly improved resistance 

to chemical permeation and 2) satisfactory mechanical properties. 

nitrogen tetroxide compatibility of the CPBU/EPT/carbon composite vul- 

canizates is slightly better than that of "resistant" butyl and EPT elasto- 

mers  used i n  TITAN, LEMDE and other liquid rocket engines employing 

nitrogen tetroxide. Studies were undertaken to  prepare CPBU/elastomer 

composite vulcanizates with elastomer s considered to  be compatible with 

nitrogen tetroxide, namely, Kel-F and Viton B. 

necessary to modify the curing agent to effect chemical interaction be- 

tween the CPBU and matrix material, which in turn had a deleterious 

The program was directed towards 

The 

In these studies it was 
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e ffect on the chemical resistance of the elastomeric matrix. Prel iminary 

investigations of the underlying principles which control their further im-  

provement i n  chemical and mechanical properties of advanced bladder 

materials have provided guidelines for future studies aimed at the develop- 

ment of qualified liquid propellant bladder systems. 
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i 1 .  INTRODUCTION AND SUMMARY 

This final report presents the work accomplished by TRW Systems- 

for the National Aeronautics and Space Admini stration, Jet Propulsion 

Laboratory, under Contract NAS7-446 during the periods 15 March - 25 

November 1966 and 15 March 1967 - 15 January 1968. 

gram was comprised of laboratory studies aimed at developing, preparing 

This two phase pro- 

and characterizing new materials which have potential for service as s tor -  

ab le  propellant bladders. The new materials investigated were based on a 

polymeric chemical structure first identified under NASA sponsorship 

(Contract NAS3-4188) which has demonstrated excellent chemical compati- 

bility and very low permeability with standard storable propellants. 

To satisfy the requirements for  storable propellant bladder mater- 

ials, polymeric formulations must be developed having the following com- 

binations of characteristics: 

0 Resistant to chemical attack, 

I) Resistance to  m a s s  t ransfer  of propellant, and 

0 Elastomeric properties. 

Commonly used elastomeric materials are subject to chemical at- 

tack by strong oxidizing agents or  swell and mechanically degrade by im- 

bibition of low molecular weight compounds such as hydrazine and nitro- 

gen tetroxide. Chemically resistant fluorocarbon polymers tend to  pro- 

vide physical paths for  permeating by low molecular weight liquids. Con- 

sequently, new or  modified elastomeric materials a r e  needed for service 

with storable propellants. 

TRW Systems under Contract NAS3-4188 synthesized for use as a n  

ablative resin, a new composition of mat ter  characterized by long chains 

of crosslinked, fused cyclohexane rings {Reference 1). This new polymer 

was investigated and found to  be  highly resistant and impermeable to  ni- 

trogen tetroxide. 

commercial solvents. 

poly(cyc1ized 1, 2-polybutadiene) tolyl urethane (CPBU), (the polymer de- 

veloped as an ablative resin) showed at least  a factor of 1300 improvement 

over the best fluorocarbon and 540, 000 over "resistant" butyl rubber. 

It a lso was not affected by hydrazine based fuels a d  

For  example, nitrogen tetroxide permeability of 

It 

- 1- 
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was evident that if this hydrocarbon material  could be made flexible i t  

offered a highly attractive means for solving the problem of preparing 

bladder materials su i tab le  for u s e  with storable propellants. 

NASA initiated support of this effort under Contract NAS7-466 a s  an 
This initial step in preparing qualified liquid propellant bladder systems. 

program investigated both chemical backbone modifications of CPBU as 

well a s  mechanical means for preparing CPBU elastomer composites. 

During the latter par t  of Phase I, it was found that the CPBU/elastomer 

formulations resulted in materials having greatly improved resistance to  

chemical permeation (over 150 t imes better than that exhibited by state-of- 

the -art fluorocarbon bladder materials) .  

investigated duringthis period was an ethylene -propylene terpolymer ( E P T )  

which contained active vinyl groups capable of reaction with the CPBU filler 

during vulcanization. 

exposure to  nitrogen tetroxide which was related to the chemical behavior 

of the EPT matrix. The mechanical properties of the CPBU/EPT compo- 

site vulcanizates appeared to be adequate for application as storable pro-  

pellant bladder s. 

The elastomeric matr ix  briefly 

These materials displayed an aging deterioration on 

As a direct  consequence of the success achieved in Phase  I, a second 

phase was initiated to  investigate the use of other elastomeric matr ices  

(which normally exhibit resistance to  nitrogen tetroxide) i n  composite 

CPBU vulcanizates. 

provide confirmatory evidence that CPBU uniquely inhibits permeation by 

interaction with matrix material. 

A secondary objective of Phase I1 activities was to  

It is believed from this exploratory research  study that a technolo- 

gical advance was achieved in both the development of improved bladder 

materials a s  well as the processing of rubber composites. 

site vulcanizate formulations show promise of being further improved to  

provide materials for comprehensive bladder use evaluation in tank con- 

figurations. 

These compo- 

The first phase effort is reported in four principle sections cover- 

ing the following activities: 

-2  - 
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0 Polymer structure -bladder consideration; 

0 

0 

Synthesis and preparation of candidate materials; 

Characterization of candidate materials;  and 

0 Conclusions and recommendations. 

The second phase effort is reported in  three subsequent sections 

covering the following activities: 

0 Acquisition and characterization of N 2 0 4  resistant 
elastomers;  

0 Chemistry and formulation of filled N 2 0 4  resistant 
elastomers;  and 

0 Preparation and evaluation of filled N 2 0 4  resistant 
elastomers. 

This report identifies in a separate section the new technology or i -  

The information presented i n  the main body ginating from the program. 

of the report is supplemented by appendices covering detailed synthesis 

procedures, perme ability measurement techniques and nitrogen tetroxide 

pe rmeabi lit y of r e  lated materia I s  . 

- 3  - 
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PREC 

2. POLYMER STRUCTURE-BLADDER CONSIDERATIONS 

Advanced concepts for storage of propellants in space and bipro- 

pellant positive expulsion bladders require a flexible material  which is 

not degradable chemically nor permeable on direct exposure t o  storable 

propellants. Current propulsion systems for the Apollo Spacecraft ern- 
ploy fluorocarbon polymers for this purpose. However, these resins 

a r e  permeated by nitrogen tetroxide and weakened in relatively short  

periods of time. 

bladder materials,  polymers must be prepared having the following com- 

bination of char act er is  t ics : 

TO satisfy the requirement for  storable propellant 

0 Resistance to  chemical attack, 

e Resistance t o  mass  transfer of propellant, and 

0 Ela s tome ri c p r ope rt i e s , 

Commonly used elastomeric materials contain chemical groups 

and active si tes which a r e  subject to  1) chemical attack by strong oxidi- 

zing agents, such as  nitrogen tetroxide, and 2) imbibition of low molecu- 

l a r  weight compounds, such a s  hydrazine, and nitrogen tetroxide, which 

cause swelling and degrade chemical properties of the elastomer. Often, 

plastic materials which res i s t  chemical attack a r e  highly crosslinked, 

stiff polymers and do not have elastomeric properties (Reference 2). 

Alternatively, polymer backbones that have been modified t o  con- 

tain strong chemical bonds, such as  C-F, resis t  the chemical attack of 

nitrogen tetroxide. Polymer structures which contain a high number of 

C - F  bonds a r e  normally linear and hence, provide points whereby low 

molecular weight liquids can permeate and diffuse leading to substantial 

mass transfer.  

oxidative resistance a r e  1) polymers having redundant backbones (ladder 

polyrre rs), and 2) backbone chains protected by pendant groups which 

hinder the migration of the oxidizer (to the vicinity of the backbone) for 

chemical attack. Plastic materials which have a high degree of c ross -  

linking minimize the imbibition of low molecular weight liquids that 

Other chemical structures which have demonstrated 

- 5 -  
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cause swelling. However, the greater  the crosslinking of a plastic, the 

poorer its elastic properties. Consequently, a compromise often m u s t  
be established among elastic properties, chemical resistance,  imbibi- 

tion and permeability. 

Under sponsorship of the National Aeronautics and Space 

Administration (Contract NAS3-4188) TRW Systems developed a new high 

carbon containing stiff resin,  poly (cyclized 1,2-polybutadiene) tolyl ure- 

thane (CPBU) which was investigated for application a s  an ablative res in  

matrix suitable for use with advanced fluorine- containing propellants. 

The idealized chemical structure of this polymer i s  characterized 

by long chains of linear fused cyclohexane rings a d  crosslinked back- 

bones which a r e  interconnected by tolyl urethane groups. 

steps during the formulation of this polymeric structure a r e  shown in 

Figure 1. The polymerization occurs in two distinct steps: 

The reaction 

e Firs t ,  a long chain 1,2-polybutadiene diol is  reacted 
with toluene diisocyanate to extend the linear molecular 
structure by forming a high molecular weight polyure- 
thane. 
elastomeric properties and is the B-stage form CPBU. 

The polyurethane formed by this process  exhibits 

e Second, a f r e e  radical initiates cyclization and cross-  
linking of the pendant vinyl groups to  form a hard s t i f f  
plastic. 

In the course of testing the oxidative stability of this new resin,  

This plastic is  the C-stage form of CPBU. 

it was observed to exhibit outstanding resistance t o  chemical attack by 

N2O4. 
(CPBU) was observed to  exhibit resistance to absorption of hydrazine/ 

unsymmetrica 1-dimethylhydrazine and common laboratory solvents and 

reagents. 

studies. 

excellent chemical resistance of CPBU. The rate data a r e  calculated 

as if a constant rate existed during the storage period. 

i s  not the case. 

followed by a leveling out. 

nitrogen tetroxide absorpticn occurred in 21 days, and for the remain- 

ing storage time (42 days) the specimen gained no appreciable weight. 

In addition, poly (cyclized 1 , 2-polybutadiene) tolyl urethane 

In Table I a r e  listed the results of long t e r m  compatibility 

The results of the compatibility tests clearly demonstrate the 

In general, this 

The specimen normally has an initial weight increase 

For  example, the weight increase listed for 
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HO-CH~-CH~- <H2- - -CHq -CH2- -CH2-CH2-CH1-OH 

CH2 il 6 E,, )Hi "1 '!H2 H-! !H2 NCO 

H- 

TOLUENE DIISOCYANATE 
DJHYDROXY 1,2 POLYWTADlErJE 

CHAIN EXTENSION TO FORM POLYURETHANE 
ELASTOMER INTERMEDIATES 

N -C -0- C H2-CH2-C H1 

*EACH TICK (-1 REPRESENTS A HYDROGEN ATOM 

Figure 1. Idealized Reactions Occuring During Synthesis 
of Poly (Cyclized 1,2-polybutadiene) Tolyl 
Urethane 
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The superb resistance of the CPBU to degradation by nitrogen 

tetroxide and its potential a s  a component in a nitrogen tetroxide bladder 

material prompted studies to determine its permeability resistance. To 

provide a comparative basis for assessing the degree of permeability im- 

provement, other materials often proposed for nitrogen tetroxide service 

namely, polytetrafluoroethylene (TFE),  polytetrafluoroethylene (TFE)  / 
tetr  afl uor oethyl ene -hexafl uor opr opene (FEP)  laminat e s , polyvinylidene 

fluoride (Kynar), carboxy nitroso rubber (CNR), "resistant" butyl rubber 

and "resistanf '  ethylene propylene terpolymer rubber, were  a l so  exam- 

ined using the identical laboratory procedures. 

permeability rate of nitrogen tetroxide into water through a plastic film 
by monitoring the pH of the water.  

presented in Appendix B. The results of these tes t s  a r e  tabulated in 

Table I1 and selected permeability curves a r e  shown in Figure 2. 

data presented in Table I1 clearly demonstrate that CPBU offers a signi- 
ficant improvement over other commercially available materials which 

have been suggested for service with nitrogen tetroxide. 

The tes t  evaluated the 

3e ta i la  of LIila testing procedure a re  

The 

These results indicate that CPBU has at  least  a factor of 1300 im- 

provement in permeability ra te  over the best fluorocarbon and 540,000 

over "resistant" butyl rubber. F r o m  Table I1 i t  is seen that after 1200 

hours exposure, CPBU is 4200 times better than TFE in absolute perme- 
2 ability expressed in mg-mil/cm a 

coefficients for TFE a r e  not independent of membrane thickness. 

ten-fold increase in ' I  effective" permeability coefficient of 7. 9 mil  gauge 

over 32 mil gauge material  is attributed to  pinholes in the thinner mater- 

ial. 

It is also seen that the permeability 

The 

The superior chemical resistance of CPBU makes it a prime can- 

didate for use in contact with earth storable spacecraft propellants. 

ever,  i ts  high elastic modulus precludes its use as a propellant tank 

bladder material  without molecular structural  modification. 

How- 

The inherent chemical stability of CPBU a r i s e s  f rom i ts  backbone 

"ladder" structure. The arrangement of -CHZ- group in a crosslinked, 

redundant backbone "ladder" configuration produces polymers with high 

chemical stability. The "ladder" structure results in high modulus resins. 

- 9- 
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In order to  prepare materials which have a protective "ladder" 

structure similar to  that of CPBU, and in addition, exhibit sufficient 

flexibility for use as a bladder, i t  is necessary to induce flexibility to the 

overall p ol yme ri c s t r  uct ur e. 

A systematic synthesis and testing program was established to  de te r -  

mine the trade offs among chemical resistance,permeabi lity and mechani - 
cal properties that could be realized by introducing points of flexibility 

into the CPBU polymer structure. 

different approaches for modification of CPBU polymer and compositional 

assemblage were investigated. 

and methods for preparation of tes t  specimens developed are presented 

in Section 3 and the resul ts  of characterization of the candidate materials 

are found in Section 4. 

During this program, a total of eight 

Descriptions of the synthesis approaches 

-12- 
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3. SYNTHESIS AND PREPARATION O F  CANDIDATE MATERIALS 

This section describes the technical approaches undertaken chrono- 

logically during this program to prepare flexible materials containing 

poly(cyc1ized I, 2 po1ybutadiene)tolyl urethane (CPBU) having high chemi- 

cal stability. The eight approaches explored were: 

0 Approach 1 - Internal Plasticization; 

0 A 
+izati on; 

roach 2 - Variation in the Backbone Structure through 

A 
*utadiene; 

roach 3 - Vulcanization of Butyl Rubber with 

0 Approach 4 - Introduction of Points of Flexibility in 
the Chain Extender; 

e Approach 5 - Modification of the Fused Cyclohexane 
Ring Structure by Chain Transfer;  

e 

0 

0 

The majority of the approaches consisted of tailoring of the chemi- 

Approach 6 - Preparation of CPBU-Rubber Composites; 

Approach 7 - External Plasticization; and 

Approach 8 - Non-Chain Extended CPBU. 

cal structure to  introduce points and areas  of flexibility in backbone and 

crosslinking segments, however Approaches 3 and 6 consisted of physi- 

cally dispersing CPBU o r  its active ingredients into an elastomeric ma- 

tr ix as means to make the basic CPBU material flexible. 

technical approaches and a brief discussion of the experimental studies 

a r e  presented below. 
studies a r e  presented in Appendix A. 

Details of these 

Details of the laboratory synthesis and fabrication 

3. 1 INTERNAL PLASTICIZATION 

3.  1. 1 Technical Amroach 

In recent studies, TRW Systems has prepared polymers based on 

the poly (cyclized l,r?-polybutadiene) tolyl urethane structure which con- 

tain 1 -octene o r  butyl 10-undecanoate internal plasticizing agents (Reference 

3 ) .  These additives which react a t  crosslinking sites provide a method for 

enhancing the flexibility of the polymer. In general, long chain alkyl groups 
a r e  desired fo r  internal plasticization of polymers in  order to improve their  

- 13- 
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elastomeric qualities. 

in the plasticized polymer is shown in Figure 3. 

An idealized molecular arrangement of 1-octene 

0 
I 

c-c-c-0'c-N t 

E 

10-C 
I *  
E O  

\ I 1 1 1 1 1  
-c-e-c-c-c-c-c- 

TO ADDlTIo1uLL \ I # I I I I  

cRoss-I;wwc SI- + I 1  
8-c--o--C-C-C c-c - -0  
I l l  : I  
E O  

L m3 

Figure 3. Poly (Cyclized 1, 2-Po1ybutadiene)Tolyl Urethane 
Internally Plasticized with Octene- 1 

3. 1. 2 Experimental 

Modified formulations of CPBU were prepared containing the follow- 

ing internal plasticizers: 1-decene, 1-hexadecene, a mixture of 1-alkenes 

from six t o  ten carbon atoms in length, a mixture of 1-alkenes from four-  

teen t o  eighteen carbon atoms in length. Appropriate mixtures of internal 

plasticizer, 1,2-polybutadiene diol, toluene diisocyanate, and di-tert-butyl 

peroxide were cast  in plug or sheet form. 

in order to maximize both N 0 2 4  
that more vigorous cures gave harder  materials with more N 0 

ance, while less  vigorous cures  gave softer materials with less N 0 
sistance. 

Appendix A. 

Cure schedules were adjusted 

resistance and flexibility. It was found 

res i s t -  2 4  
r e -  2 4  

Experimental details of the formulations a r e  presented in 

The hardness of the cured specimens were  determined using a 

Barcol tester. 

given for each formulation in Table 111. 
decreased in hardness a s  the amount of alkene was increased, as  was 

The cure schedule used and Barcol hardness found a r e  

The 1-octene plasticized resins 
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predicted. 

and C14-C18 formulations. 

hardness decreased as the  molecular weight of the internal plasticizer 

inc r eas  ed. 

3 . 2  VARIATIONS IN BACKBONE STRUCTURE THROUGH 

COPOLYMERIZATION 

This relationship was also true for  the C -C 6 10’ c14’c16’ 
It was also evident, as expected, that the 

3. 2. 1 Technical Approach 

A second approach for modifying the mechanical behavior o r  poly 

(cyclized 1,2-polybutadiene) tolyl urethane (CPBU) i s  based on varying the 

backbone structure by copolymerization (Reference 4). 

ols with diisocyanates to produce copolymerized urethane was accomplished 

by TRW Systems prior to initiation of this program. The 1,2-polybutadiene 

diol was used together with a second diol which could not cyclized during 

the f ree  radical reaction, but rather imparted flexibility to the final pro- 

duct. 

diol significantly vary the mechanical properties of the resultant polymer 

as  well a s  i ts  usefulness in storable propellant service. 

schematically illustrates CPBU which is copolymerized with a flexible 

mat e r ial. 

Copolymerizing di- 

The relative amounts, types and molecular weights of the second 

Figure 4 

Figure 4. Poly (Cyclized 1,2-Polybutadiene) Tolyl Urethane 
Copolymerized with a Flexible Copolymer 

- 16- 
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3 . 2 . 2  Experimental 

Three materials were investigated as copolymers with CPBU. 

These were 1) ricinoleic triglyceride, 2) 1,4-~olybutadiene diol, and 

3) Emery ' s  Dimer Acid, a 34-carbon di-basic acid. Copolymerization 

with ricinoleic triglyceride and 1,4-polybutadiene diol went smoothly, 

but attempts to copolymerize Emery ' s  Dimer Acid were unsuccessful be- 

cause of immiscibility with the CPBU prepolymer. 
hardness data a r e  given for copolymerized CPBU in Table IV . 
schedules were adjusted in order to maximize both N 0 
flexibility. 

with more N 0 

with less  N 0 resistance. 2 4  
sented in Appendix A. 

Cure schedule and 

Cure 

resistance and 

It was found that more vigorous cures gave harder materials 

2 4  

2 4  

resistance and less vigorous cures  gave softer materials 

Details of experimental procedures a r e  pre- 

Ricinoleic triglyceride copolymers decreased in hardness with in- 

crease in copolymer, for a given cure, as predicted. 

more vigorous cure is evident, with the harder material  being that with 

the longest cure. The 134-polybutadiene diol copolymers increased in 

hardness with increase in copolymer amount when a less  vigorous cure 

cycle was used, while the reverse was t rue for the more vigorous cure 

cycle. However, none of the materials were significantly softened. 

The effect of a 

3 . 3  VULCANIZATION OF BUTYL RUBBER WITH POLY 1,2-BUTADIENE 

Because of i ts  chemical compatibility, butyl rubber i s  often suggested 

for nitrogen tetroxide service (Reference 5). 
eability limitations. 

direct chemical introduction of the fused cyclohexane ring molecular 

structure into the butyl rubber matrix. 

However, it has sever perm- 
The approach described would provide a means for 

Butyl rubber consists mainly of polyisobutylene. The rubber, how- 

ever, contains unsaturated segments, because in practice, polyisobutyl- 

ene is prepared by copolymerizing isobutylene with isoprene. 

saturated segments a r e  employed subsequently in the vulcanization. 

was proposed to  blend butyl rubber with poly 132-butadiene together with 

free  radical initiators. 

form the same crosslinked, cyclic structure in CPBU, and in addition, 

it would interact with the unsaturation present in the butyl rubber. 

The un- 

It 

Upon vulcanization, the poly 1,2-butadiene would 

In 
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substance, the polymeric network would consist of crosslinked condensed 

cyclohexane rings separated by polyisobutylene segments. 

segment would induce elasticity to the material. 

The latter 

During the course of this program, i t  became evident that modifica- 

tion of Approach 3 to utilize finely divided 1,Z-polybutadiene diol which had 

been chain extended with toluene diisocyanate (the elastomeric form of CPBU) 

in preference to 1,Z-polybutadiene would provide a vulcanized product which 

would maintain discrete particles of fully cured CPBU and be more likely to 

achieve the desired chemical and mechanical properties. 

the vulcanizate i s  prepared as a two-phase system. As a result, the rub- 

bery character of the continuous phase, the elastomeric portion is not r e -  

duced by the presence of the dispersed thermosetting resin.  

the presence of the particulate phase, highly comminuted and chemically 

interacted with the elastomeric phase, i s  expected to advance the mechani- 

cal properties of the vulcanizate. This modification has been identified a s  

Approach 6. Consequently, experimental effort was not undertaken on 

Approach 3 in preference to Approach 6. 
3 . 4  INTRODUCTION OF POINTS O F  FLEXIBILITY IN THE CHAIN 

EXTENDER 

3 . 4 .  1 Technical Approach 

In this approach, 

Nevertheless, 

(Section 3.6) 

A logical location in  the chemical structure of poly(cyc1ized 1, 2-PO- 

lybutadiene) tolyl urethane (see Figure 5) for  incorporation of points of 

flexibility in the structure l ies in modification of the diisocyanate chain ex- 

tender. Variations of the isocyanate which have been explored prior to this 

program by TRW Systems include using bitolyl diisocyanate, diphenyl 

methane diisocyanate, hexamethylene diisocyanate and General Mills-36 
diisocyanate (Reference 4). 
to chemical attack by nitrogen tetroxide. 

These materials have demonstrated inertness 

Figure 5. Poly (Cyclized 1,2-Polybutadiene) Tolyl Urethane 
Chain Extended with a Long Chain Alkyl Diisocyanate 



3. 4.2 Experimental 

A candidate material was prepared in which the diisocyanate 

chain extender was  modified by introduction of DDI (General Mills- 

36-carbon diisocyanate) which incorporates a long, flexible aliphatic 
chain between the isocyanate groups (Reference 6). 

a t  90°C, 7 days a t  120°C and 7 days at 18OoC, with Barcol hardness of 20. 

Details of the experimental procedure used in preparation of this material  

a r e  presented in Appendix A. 

The cure was  6 days 

It w a s  decided to explore the DDI diisocyanate initially to  ascer ta in  

the value of this approach. 

ments which a r e  terminated by isocyanate groups. 

er ia l  provided the best opportunity to introduce flexibility in the 

backbone structure over other available diisocyanates, such a s  hexameth- 

ylene diisocyanate. 

The DDI material has two 18-carbon seg- 

This long chain mat- 

3. 5 CHAIN TRANSFER MODIFICATION OF CPBU STRUCTURE 

3. 5. 1 Technical Approach 

The fused cyclohexane ring structure which is thought to make 

up the backbone of CPBU 

is not only a source of chemical and thermal resistance, but a lso a source 

of rigidity in the polymer molecule. Clearly, the modification of these 

rings to a cyclic form which is not rigid, but is still chemically res is t -  

ant, would allow achievement of the two-fold goal of this project. 

Chain transfer agents (in particular, 1-dodecane thiol) have long 
been used in rubber technology a s  chain length regulators (Reference 7). 

These a r e  additives which terminate growing radical chains, and in  turn, 

initiate new chains with the overall effect of shortening the average poly- 

mer chain length as outlined below. 

- 20- 
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Termination: 

Initiation: 

I I  
I I  

n-dodecane S' t monomer+ n-dodecane S - C - C' 
This process can be applied in the case of CPBU. 

1-dodecane thiol, wil l  be  included in CPBU forrnulationg, for the purpose 

of interrupting the cyclization process through a mechanism of termina- 

tion and initiation. 

A chain t ransfer  agent, 

Termination: 

Initiation: + n-dodecane S a  

/v + n-dodecane S s - 3  fv 

S -dodecane 

This process should result in formation of an  increased percentage of 

isolated cyclohexane rings with a concomitant decrease in number of 

fused cyclohexane rings. 

n-dodecane -S 

In addition, the number of crosslinks between chains would be reduced. 

These two factors would increase the flexibility of CPBU. Further,  the 
sulfide groups introduced into the structure a r e  highly resistant to 
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Chain Transfer 

Agent Content, phra 

0. 5 

1. 

5. 

N204. 
the resin with retention of chemical resistance. 

Thus, the overall effect should be an increase in flexibility of 

Cure Cycle (Days) 
s Barcol Hardness 

9OoC ' 12OoC 17OoC 

7 7 7 26 (Wide variance 

7 7 7 27 a r e a  of sample) 

7 7 7 28 

according to 

3. 5. 2 Experimental 

Several formulations containing small amounts of n-dodecane thiol 

chain t ransfer  agent were prepared using the synthesis conditions out- 

lined in Table V. 

TABLE V 

CHAIN TRANSFER MODIFIED CPBU CONDITIONS AND 
CHARACTERISTICS 

dicated did not appreciably soften CPBU. 

Details of the synthesis procedures used in preparation of this 

material  a r e  presented in Appendix A. 

3.6 PREPARATION OF CPBU/ELASTOMER COMPOSITES 

During the latter stages of the systematic preparation and charact-  

erization studies of this program, it became evident that introduction of 

points of flexibility in the backbone or  crosslinks of the CPBU showed 

little promise to obtain the desired flexible, impermeable and chemical 

resistant product. 

cessing m-ethod which would permit preparation of CPBU in a particulate 

stat e homog enously disper s ed in chemi cally r e s  i st ant ethylene -propylene 

terpolymer (EPT) rubber. 

with significantly enhanced bladder properties over state-of-the-art 

Consequently, emphasis was changed to a new pro- 

Because this method has yielded products 
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materials and provides the direction for even further improvement, the 

description of the technical approach and experimental studies will be 

presented in some detail here.. 

The las t  two approaches, which were conceived subsequent but in- 
vestigated prior to  the CPBU/elastomer composites a r e  discussed in 

following sections. 

3.6.1 Technical Approach 

This approach consists of three principal steps: 

0 Preparation and comminution of elastomeric (B-stage) 
CPBU, 

Blending the CPBU with the EPT gum stock; and 0 

0 Vulcanization of the product. 

Under vulcanization conditions chemically resistant, cured CPBU 

should be formed within the vulcanized rubber matrix. 

CPBU composite vulcanizates containing finely divided CPBU interspersed 

within the crosslinked rubber matrix should exhibit enhanced N 0 2 4  
lity and permeability over EPT rubber. 

Consequently, 

stabi- 

The elastomeric property of the 

vulcanizates should result f rom selected chemically-stable gum stocks 

which act as the elastomeric portion of the composition, while the r e -  

duced permeability should occur from the presence of CPBU. The r e -  

sulting elastomeric vulcanizates would be expected to yield composite 

stocks which should be advanced over current "state-of-the-art1' propel- 

lant bladder materials. 

Underlying considerations in the selection of EPT gum stock were: 

0 Availability of unreacted vinyl groups which could 
participate in reaction with the pendant vinyl groups 
of the elastomer B-stage CPBU during vulcanization; 

0 Utilization of a curing process requiring free radicals 
available in the B-stage CPBU; and 

Exhibition of reasonable chemical stability to  nitrogen 
tetroxide. 

0 

Preparation of the desired composite vulcanizate is possible only 

because of the elastomeric stage of CPBU and its free  radical-initiated 
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final cure reaction. 

face penetration of CPBU by the gum stock. 

tion of CPBU into the gum stock is minimized because the elastomeric 

CPBU is chemically crosslinked. As a consequence, interaction between 

the rubber gum stock and CPBU elastomer will be enhanced and the CPBU 

will retain i ts  inherent chemical composition. 

chemical reaction of transforming CPBU f rom an elastomer to the hard 

stage is essentially the same reaction commonly employed in rubber vul- 

canization. Therefore, vulcanization of CPBU- rubber gum stock compo- 

sites was expected to  be accomplished with the formation of chemical 

bonds at the interface of CPBU and the vulcanized gum stock. 

The elastomeric state enhances the wetting and s u r -  
On the other hand, dissolu- 

The f ree  radical-initiated 

The features of the CPBU-rubber composites were expected to 

yield bladder materials which exhibit greater  resistance to propellant 

permeability than that afforded by a simple additive contribution of the 

constituents. 

a significant portion of the rubber matrix will be affected by the CPBU 

surface 

the CPBU surface would be reduced. 

tomeric portion was expected to be increased. 

It is  believed this synergistic result would a r i se  because 

As a result of this interaction the mobility of the gum stock a t  

Thus, the resis tance of the elas- 

A s  a consequence of the interaction between the rubber matrix and 

the CPBU surface, the elastomeric properties of the composite vulcani- 

zate might also be reduced, however, it was believed that the degree of 

reduction in flexibility would not significantly impair the application of 

the composite as a propellant bladder. 

3 .  6. 2 Experimental 

3 .  6. 2. 1 Preparation and Comminution of Elastomeric (B-Stage) CPBU 

During this program a systematic study of the preparation and com- 

- 

minution of B-stage C P B U  was not undertaken. 

was prepared by simply reacting 1, 2 polybutadiene diol and trimethyol 

propane with toluene diisocyanate. Dicumyl peroxide was added to  the 
mixture in the normal manner (see Appendix A) for subsequent use as a 
peroxide free radical agent. 

cured at 9OoC in the absence of air. 

The polyurethane rubber 

The material  was cast  into a rod form and 

-24- 



061 04-6013-ROO0 

Comminution of the CPBU was accomplished by first freezing the 

elastomeric form with liquid nitrogen and then grinding in a mill designed 

to operate a t  cryogenic temperatures. 

formed in this program, temperature control of the mill was defective 

and hence, a relatively large particle distribution resulted, with particles 

ranging from 175 to 500 microns in size. 

In the only comminution per -  

3.6. 2. 2 Blending the CPBU with the EPT Gum Stock 

3. 6. 2. 2. 1 Initial Considerations 

The process of the addition of a filler '  t o  a rubber gum stock has 

been well defined by the rubber industry. 

equipment have gained permanent favor: the rubber mill,  and the Banbury 

Mixer (Reference 8). 

in production operations where labor costs a r e  of great  concern. 

former,  the two-roll rubber mill,  is the standard piece of equipment 

used to study the mixing behavior of rubber stocks. It was on this type 

of equipment that the initial mixing method for CPBU/EPT composites 

was developed. A Pamco 7- 1/2 horsepower rubber mill  (incorporating 

a standard back ro l l  to  front roll friction ratio of 1. 25 to 1) was obtained, 

installed and made operational. 

together with identification of some of i ts  key components. 

Only two pieces of mixing 

The la t ter  piece of equipment is mainly for use 

The 

This apparatus is  shown in Figure 6 

F i r s t  attempts in mixing were with a 50% w/w mixture of powdered 

CPBU elastomer in the EPT. 

of EPT on the 6-inch by 12-inch mill ,  mixing was s tar ted on a tight 

(0. 010-inch nip) mill and then slowly opened to  about a 0. 100-inch nip 

for final slabbing. 

back roll to keep the stock f rom splitting. Temperature of mixing nec- 

essar i ly  must be kept below 250 F to prevent premature dissociation of 

the dicumyl peroxide free radical initiator present in both the CPBU pow- 

der and the EPT. 

system integral with the mixing rolls. 

Assuming a starting weight of 200 grams 

In la ter  studies, slight chilling was required on the 

0 

Temperature control is provided by a hot/cold water 

The initial formulation plan called for a se r i e s  of mixing tes t s  with 

varying CPBU/EPT mass  ratios. 

tial attempt, the CPBU powder content was to  ra i se  to 80% W / W  in 

10% steps (if mixing will allow steps this large). An attempt W a s  

After the 50% w/w loading of the ini- 
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Figure 6. Pamco Rubber Mill 
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made to  mix as much as 95% w/w CPBU into EPT. 

the limits of mill mixing. 

3. 6 2. 2. 2 CPBU/EPT Composites 

This study estaH ished 

EPT stocks (EPT 404, Enjay Chemical Company and NORDEL 1040, 
Preweighed pow- DuPont) were banded on the front roll of a rubber mill. 

dered elastomeric CPBU was fed slowly onto the top of the band. 

CPBU was incorporated into the EPT with difficulty and required many 

cutting and folding operations to produce a homogeneous band. 

tive was added and the band was again cut and folded many times to  in- 

sure  good mixing. 

off. 

in Table VI together with a description of the green stock and the molded 

product. 

The 

The cura- 

The nip was opened to 0. 100 inch and the stock sheeted 

The compositional formulation of the CPBU/EPT blends a r e  listed 

It was  noted that at concentrations of CPBU greater than 80 phr, the 

stock became quite "lacy" and dry. 

dered, fell off the roll and could not be prepared on the rubber mill. 

this case,  the mixture was mixed a s  a dry blend in a Baker Perkins 

Sigma Blade Mixer and moldings were made with the mixed powder. 

cumyl peroxide was selected as the curative for initial study because 

1) TRW Systems experience with molding powders and laminates indicated 

that dicumyl peroxide offered certain processing advantages over di-t- 

butyl peroxide, and 2) "resistant" EPT rubber (used for comparison) is 

normally cured with dicumyl peroxide. 

experiments that the green strength of the blend was important in deter- 

mining the quality of the vulcanized product. 

Above 80 phr CPBU, the stock pow- 

In 

Di- 

It was evident from the early 

3. 6. 2. 2. 3 Preparation of EPT Standards for Comparison 

"Resistant" EPT (Reference 9 ) rubber was selected a s  a standard 

for comparison to permit evaluation of candidate materials with respect 

to improved chemical and physical properties. Because this material  

contained carbon as an additive, a similar formulation without carbon 

was selected for comparison. Two other standards were prepared which 

contained di-t -butyl peroxide instead of dicumyl peroxide. The formula- 
tions prepared for reference standard purposes a r e  listed in Table VII 
together with descriptions of the green stock and the  vulcanized product. 

- 

-27- 
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TABLE VI1 
EPT /CARBON BLACK/PEROXIDE CONTROL FORMULATIONS 

I Constituents 

NORDEL 1040 

FEF Carbon Black 

Dicumyl Peroxide 

D i- t - B utyl Peroxide I -  
I Cure, Min/OF 

Properties 

Shore Hardness 

Bend Test b 

1- la - 
100 

50 

5 

40/320 

74A 

Pass 

Formulation, P a r t s  by Weight 

1-2 

100 

50 

- 
5 

40/375 

70A 

Pass 

1-3 

100 

- 
5 

- 
40/320 

52A 

Pass 

1-4 

100 

5 

40/325 

38A 

Pass 

a. "Resistant" EPT reported by RMI) Division, Thiokol Chemical 
Corporation. 

Survival of 180° bend on 0.075-inch thick specimen. b. 

-29 .. 
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3.6.2. 2. 4 CPBU/EPT/Carbon Composites 

In an effort to reduce or eliminate the "laciness" of the CPBU/EPT 

gum stocks during mixing, carbon black (FEF) was added as a processing 

aid to the blended gum and was found to  produce unexpected good results.  

Not only did the "laciness" disappear, but a lso the green strength of the 

stock was considerably increased. 
increased the tolerance of the EPT gum for CPBU powder, allowing 

greater amounts of CPBU to be added while maintaining a workable green 

stock. 

It a l so  appeared that the carbon black 

The effect of carbon on the workability and green strength of the 

CPBU/EPT is readily seen by comparison of Figures 7 and 8. .Figure 7 
shows a typical CPBU/EPT blend on the rubber mill. 

weak green strength i s  readily evident. 

blend i s  shown with carbon black added. 

and the product has good green strength. 

maximize the amount of CPBU added to  the EPT stock and sti l l  maintain 

a suitable green stock. 

was required up to 100 phr CPBU, and 100 phr carbon black was required 

above 100 phr CPBU. By varying processing conditions during mill  mix- 

ing, it was found that a maximum of 400 phr CPBU could be incorporated 

with 50 phr of carbon black. 

tightly set  nip provides the necessary wetting and mixing action; however, 

the stock was crumbly and fell in chunks into the mill pan. 
cooling of the milled mass to  room temperature followed by rapid sheet- 

ing-off a t  0. 100-inch nip setting (for 200-300 grams total on a 6 x 12 

mill) provided green stocks with good strength. 
xide curative (for the EPT) was added during the sheeting operation to 

minimize volatilization. 

The "laciness" and 

the same CPBU/EPT 

As i s  seen, a tight band resulted 

Various attempts were made to 

In Figure 8 

F i r s t  indications were that 50 phr carbon black 

Specifically, hot mixing and employing a 

Subsequent 

The di-tert-butyl pero- 

A ser ies  of formulations (See Table VIII) was made by this method 

employing a constant EPT/carbon black ratio of 100/50 par ts  by weight. 

The CPBU was varied from 40 phr to 400 phr (roughly 20-720/0 w/w). 

formulations had good green strength, molded well, and produced uniform, 

flexible specimens after mold curing. 

A l l  

-30- 
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3. 6 .  2. 2. 5 Preparation of CPBU/EPT/Carbon Standards for Comparison 

It was speculated ear l ier  (Section 3. 6 .  1) that the CPBU fil ler would 

function in the cured composites as follows: 

0 A discrete particle not in solution with the elastomeric 
matrix; 

A particle with chemical functionality suitable for inter- 
action with the elastomeric matrix; and 

0 

0 A particle resistant to the chemical reaction and per-  
meation of nitrogen tetroxide. 

The form of CPBU selected for this study which meets all of the 

above cr i ter ia  would necessarily be a comminuted form of the thermo- 

setting version of the B-stage elastomer. 

thermoplastic version of the B-stage (prepared by elimination of poly- 

urethane crosslinking agents) would enter into solution with the EPT 
matrix either during mill mixing or during the cure. 

loss of the discrete particulate form, it was speculated, would thereby 

degrade the mechanical properties of the composite by embrittlement. 

It was also speculated that utilization of C-stage CPBU particles instead 

of the B-staged elastomer particles would not permit sufficient inter-  

action with the matrix during vulcanization because of the relative ab- 

sence of vinyl unsaturation on the particle surface,  and hence the res i s t -  
ance to permeability would be lower. 

It was speculated that a 

The resulting 

Two control formulations were prepared which represent the two 

cases discussed above (utilization of B-stage thermoplastic and C-stage 

powder) to permit comparison with the candidate B-stage thermosetting 

powder formulations. 

size of the C-stage material i s  significantly smaller  ( less  than 10 microns) 

than that of the two B-stage materials. Consequently, it is not possible 

to separate completely the effect of particle s ize  f rom the chemical in- 

teraction concept in the interpretation of the tes t  data. 

ation of the thermoplastic version material  into the EPT gum stock, it 

was apparent that the B-stage particles dissolved into the matrix and did 

not remain as discrete particles. Table IX l is ts  the chemical formula- 
tions used to prepare these comparison specimens. 

This i s  a cursory comparison because the particle 

During incorpor- 

- 34- 
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TABLE IX 

CONTROL FORMULATIONS FOR STUDY OF PERMEABILITY MECHANISM 

Constituent s 

FEF Carbon Black 

CPBU Powder 
Thermoplastic 

CPBU Powder 

Di- Tert-Butyl 

I Cure, MinlOF. 

I Shore Hardness 

I Bend Test 

Formulation, Parts by Weight 

9-8 

100 

. 5 0  

0 

100 

5 

401375  

A-90 

Pass 

7 - 3 - 3  

100 

5 0  

200 

0 

5 

4 0 1 3 7 5  

D7 0 

Fail 

- 3 5 -  
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3. 6. 2. 3 Vulcanization of the Product 

Vulcanizing of the CPBU/EPT composites into tes t  specimens was 

accomplished with standard rubber laboratory equipment. 

Rubber Test Slab Mold (6-inch x 6-inch x 0. 075-inch thick) was used to 

mold uniform specimens. 

t ime /temper at u r  e /p ressure  relationship of the vulcanizing conditions 

were not investigated in detail. In tes t s  performed by other workers ,  an 

EPT stock (found useful for short  exposures to  Nz04)  was p re s s  cured 

for 40 minutes a t  320°F (Reference 9 

favorable for curing the CPBU powdered elastorrer contained in the EPT. 

Initially it was assumed that this cure  cycle was satisfactory for both 

materials,  and the vulcanizations were performed under these conditions 

at  a pressure sufficient to  close the mold completely in 10 seconds. 

Studies of other cure  schedules were investigated however on a limited 

scale; higher temperatures for shorter periods of t ime may be attractive, 

i. e. , 375OF for 10 minutes. 

a tures ,  compared with long t ime, lower temperature cures ,  would not 

tend to cause a s  much chemical breakdown in rubber stocks. 

longer times at lower temperatures may be necessary to  prevent excess- 

An ASTM D- 15 

In the studies conducted in this program, the 

). These conditions also were  very 

Shorter cure  t imes with higher cure temper- 

Conversely, 

ive exotherms. 

The vulcanization schedules used with the specific formulations 

studied a r e  listed in Tables VI, VII, VIII, and IX. 

In the only semi-systematic study, two cure t imes were used (40 minutes 

and 80 minutes both at  3’75OF) in the formulation s e r i e s  reported in 

Table VI11 . 
cured specimens between the 40 and 80 minute cures ,  although some 

hardness differences were noted, 

There was no appreciable difference in appearance of the 

The maximum value of one property of rubber stocks does not 

usually coincide with that of another property at the same degree of cure  

(Reference 10 ). 

not necessarily coincide with maximum resistance to N 0 

permeability. 

mechanical and chemical properties to  select  the optimum cure cycle. 

Within a specified band of mechanical properties,  end-use chemical 

testing (chemical resistance and permeability) would be used to  guide 
this selection. 

That i s  t o  say, maximum tensile o r  t ea r  strength will 

attack and 

For  this reason, it would be necessary to  trade-off the 
2 4  
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The molded specimens were evaluated by mechanical and chemical 

tests. 

utilized previously, e, g. , 10-day resistance to  N204 attack and a soft- 

ness  in the Shore D range o r  below. 

ing tes ts ,  a flexural test  was  instituted based on the ability of the molded 

CPBU-rubber composite to  be bent 180° (back on it self)  t without splitting 

or  tearing. 

thickness, the standard 75-mil thick specimen was used for this test, 

Preliminary screening of the composites was the same as that 

In addition to the above basic screen- 

Because there is an interrelationship between flexibility and 

Detailed testing of formulations .which passed the screening con- 

sisted of standard ASTM tensile and flexural mechanical property tes ts  

and N 0 permeability measurements. Standard tes t  slabs produced 
2 4  

from an ASTM mold provided a sheet for punching out tensile and elonga- 

tion specimens. The results obtained in characterizing the permeability 

and mechanical properties of these promising materials a r e  presented 

in Section 4. 

3.7 EXTERNAL PLASTICIZATION 

3. 7. 1 Technical Approach 

Another approach that was evaluated was based on external plasti- 

cization of CPBU with a halogenated wax. 

a plasticizer because it is chemically inert  and it was believed that i t  

could soften CPBU to an extent s imilar  to that of poly vinyl chloride with- 

out impairing the overall N 0 

Chlorowax 70, a halogenated wax of the Diamond Alkali Company, com- 

monly used for external plasticization of non-crosslinked polymers, was 

selected for evaluation. 

This material  was selected as 

resistance of the plasticized material. 2 4  

3. 7. 2 Experimental 

CPBU which was plasticized with 5 phr Chlorowax 70 was prepared 

using the standard mixing techniques. 

cast and cured with the following CPBU time-temperature cure  sequence: 
A 0. 500-inch diameter rod was 
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Temperature,  OC 

90 
120 

140 

170 

Time, Hours 

16 

6 
16 
6 

This cure cycle has recently been developed during TRW Company-sup- 

ported studies and has been found to be as effective as those described 

above. 

mately 21 days and over to l e s s  than 2 days. 

procedures a r e  reported in Appendix A. 

The new cure cycle reduces the overall cure  time from approxi- 

Details of the experimental 

The 1/2-inch bar  obtained using the Chlorowax 70 plasticizer was 

highly flexible and was able to withstand a 180° bend without tearing. 

3 . 8  NON CHAIN EXTENDED CPBU 

3. 8. 1 Technical Approach 

The chain extension step using toluene diisocyanate, a difunctional 

diisocyanate, is a source of crosslinking in the elastomeric and fully 

cured CPBU product. 

elastomeric material ,  but could be a source of rigidity in the final hard 

product. 

isocyanate was substituted for toluene diisocyanate in the usual  CPBU 

formulation. In this manner a low molecular weight urethane precursor  

(non-chain extended) was produced for subsequent peroxide cure. 

This crosslinking i s  a necessary feature of the 

In view of this, an approach was investigated in which phenyl 

3.  8 .  2 Experimental 

The prepolymer diol and the phenyl urethane capped products were 

purified by recoagulation from toluene-methanol, 

cribed in Section 3. 7. 2 was used for this material. 

a r e  presented in Appendix A. 

The cure  schedule des- 

Experimental details 

The product obtained from this synthesis was hard,  having a 

Barcol hardness of 35 and resembled the standard chain extended CPBU 

product. Because the sample was not softened without chain extension, 

it is  clear that the chain extension s tep plays only a secondary role, if 

any, in the final hardness of CPBU. 

- 3 8 -  
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4. CHARACTERIZATION O F  CANDIDATE MATERIALS 

The candidate materials prepared in Task I of this program were 

evaluated in a step-wise testing program which called for preliminary 

s c  ,%eening, seconda..-y screening and finally detailed testing of chemical 

resistance , permeability and mechanic a1 prope rti es. The preliminary 

screening consists of survival in 10-day irnmersion in N Z 0 4  and im- 

provement in flexibility as  measured by 1) hardness in the Shore D, (or 
below) range, or  2) as in the la te r  studies on CPBU/rubber composites, 

survival of a 180° bend on a 0. 075-inch thick specimen. The secondary 

screening consisted of 1) measurem-ent of N204 permeability of the can- 

didate materials at ambient temperature,  and 2) determination of the 

mechanical properties of the more outstanding materials. 

of 90-day aging characterist ics after exposure to  standard ear th  storable 

propellants was not conducted during this program a s  planned because the 

highly promising composite vulcanizates became available late in the 

pro gram. 

Measurements 

In this section a r e  presented the results of the characterization of 

the materials prepared and described in Section 3. 

results a r e  presented in the same sequence given in Section 3. 

For  clarity, these 

4. 1 C HA RA C T E RI Z A T ION OF INTERNALLY PLASTICIZED CPBU 

Nitrogen tetroxide resistance as a function of initial hardness and 

These results show that amount of plasticizer is presented in Table X. 
the formulations with the low ratios of 1-alkene to 1,2-polybutadiene diol 

a r e  softened while retaining a certain amount of N 0 

though the 11 phr C14-C18 internally plasticized CPBU has the lowest 

hardness, it is sti l l  too high for use as a bladder material. 

4.2 CHARACTERIZATION OF COPOLYMERIZED CPBU 

resistance. Al- 2 4  

Nitrogen tetroxide resistance as a function of initial hardness and 

amount of copolymer i s  presented in Table XI. Samples of the 1, 4-poly- 

butadiene diol modified resins were pre-treated with nitric acid, su l fur -  

ic acid o r  bromine in order t o  remove residual unsaturation at the s u r -  

face as a protection against reaction with nitrogen tetroxide. However, 
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TABLE X 
INTERNAL PLASTICIZER CPBU PRELIMINARY SCREENING 

I I 
Internal Plasticizer a I Plasticizer I Content, phr 

Internal 

1 None 

1-decene 100 

1-hexadecene 100 I c6’c10 11 
1 -alkene 

I 1-alkene I 2 
11 
25 

I 

b Weight Change, 
N 0 Resistance 

4( 10 day) 

Excellent 

Good 
Poor 
Poor  
Poor 
Poor 
Poor  
Poor  
Poor 

Poor 

Poor 

Good 
Poor 
Poor 

Good 
Poor 
Poor 
Poor 

Good 
Poor 
Poor 
Poor 

Hardness 

44 Barcol 

24 Barcol 
15 Barcol 
6 Barcol 

98 Shore A,-2 
0 BarCole 
0 BarCole 
0 BarCole 
0 Barcol 

0 BarCole 

0 Barcol 

42 Barcol 
19 Barcol 
1OOt Shore A- 

27 Barcol 
1OOt Shore A- 
98 Shore A-2 
93 Shore A-2 

99 Shore A-2 
99 Shore A-2 
97 Shore A-2 
94 Shore A-2 

a. phr = parts  per hundred 1, 2-polybutadiene diol. 

b. Excellent = 0. 5 mg/cm or less ;  Good = between 0. 5 and 6.0 
rng/cm2; Poor = greater  than 6.0 rng/crn2, 

c. Neat CPBU. 

d. 

2 

The Shore A hardness test is for the range of materials which 
is softer than those in the Barcol range. 

Shore A hardness not determined. e. 

-40- 
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TABLE XI 

COPOLYMERIZED CPBU PRELIMINARY SCREENING 

C opolyme r 

Ricinoleic 
Triglyceride 

I ,  4-Polybuta- 
diene 
Diol 

Copolymer 
Content , phra 

5 (Soft Cure) 
5 (Vigorous Cure 

10 (Soft Cure) 

10 (Vigorous Cure] 

20 (Soft Cure) 

20 (Vigorous Cure 

30 (Soft Cure) 

30 (Vigorous Cure) 

200 (Soft Cure) 

200 (Vigorous Cure: 

100 (Soft Cure) 

100 (Vigorous Cure 

50 (Soft Cure) 

50 (Vigorous Cure: 

25 (Soft Cure) 

b -  N eight Change, 
0 Resistance 

(10 day) 

Good 

Good 

Good 

Good 

Good 

Good 

Good 

Poor 

Good 

Excellent 

Good 

Excellent 

Good 

Excellent 

Good 

Hardne s s 

42 Barcol 

47 Barcol 

38 Barcol 

44 Barcol 

35 Barcol 

39 Barcol 

32 Barcol 

36 Barcol 

36 Barcol 

44 Barcol 

34 Barcol 

47 Barcol 

30 Barcol 

49 Barcol 

22 Barcol 

a. phr = part  per  hundred 1,2-polybutadiene diol. 
2 

b. Excellent = 0. 5 mg/cm o r  less ;  Good = between 0. 5 and 6.0 
2 2 mg/cm ; Poor = greater than 6. 0 mg/cm . 
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it was found that pre-treatment gave no appreciably improved protection 

nor softening. Results of preliminary screening tes t s  a r e  reported only 

for the untreated state. 

These results show that 1) fJ4-polybutadiene diol copolymer does 

not cause softening of CPBU, and 2) ricinoleic triglyceride softens 

CPBU to only a small  extent, while materially decreasing N 2 0 4  res i s t -  

ance. Therefore no useful bladder mater ia ls  have been obtained during 

the course of synthesis of these CPBU formulations. 

4.3 CHARACTERIZATION OF CHAIN EXTENDER MODIFIED CPBU 

Results of preliminary screening of the chain extender modified 

CPBU formulation is presented in Table XII. 

TABLE XI1 

PRELIMINARY SCREENING O F  CHAIN EXTENDER MODIFIED CPBU 

Barcol Hardness Weight Change 
N 2 0 4  Resistance (10-day) 

2 
a. Excellent = 0. 5 mg&m 

0. 5 and 6.0 mg/cm ; Poor = greater  than 6.0 mg/cm . 
o r  less;  Good = between 

Clearly, the modification in the chain extender, while only slightly 

softening CPBU, significantly lowered the N 2 0 4  resistance.  Because 

DDI, which i s  considered t o  be the most flexible of diisocyanate chain 

extenders, did not give the desired chemical and physical properties,  

further experimentation along these lines did not appear t o  be warranted. 

4.4 CHARACTERIZATION O F  CHAIN TRANSFER MODIFIED CPBU 

Results of preliminary screening of the n-dodecane thiol chain 

t ransfer  agent modified CFBU formulations shcwed that all th ree  formu- 

lations were not appreciably softened (hardness of around 27 Barcol) and 

exhibited poor to  good N 0 

sults, further investigations using other chain t ransfer  agents were  not 

performed. 

resistance. Because of these unpromising re- 2 4  

-42 - 
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4.5 CHARACTERIZATION OF CPBU/RUBBER COMPOSITES 

4. 5. 1 Resistance to Nitrogen Tetroxide Attack 

The nitrogen tetroxide resistance of candidate CPBU/EPT and 
CPBU/EPT/carbon c omposites i s  summarized in Table XIII. It i s  seen 

that the ear ly  formulations of CPBU/EPT composites (Series 4-3-x) had 

relatively poor chemical resistance,  however, the trend of increased r e -  
sistance with increased CPBU content was generally evident. The chem- 

ical resistance of these specimens, although considered poor by the 

standards established in this program, was generally better than the 

control specimens of EPT (Series 1-x), which a r e  currently used as  

elastomeric components in state-of-the-art rocket engines employing 

nitrogen tetroxide. 

2-x) and those produced later (Series 9-x) 

p roved chemical resistance over comparable state- of - the -art mate rials,  with 

the improvement generally increasing a s  a function of CPBU content. 

The early CPBU/EPT /carbon composites (Series 
gave significantly im- 

4. 5. 2 Nitrogen Tetroxide Permeability 

The nitrogen tetroxide permeability-time cures of candidate CPBU/ 

EPT/carbon composite materials (Series 9-x) a r e  shown in Figure 9. 
Also shown in Figure 9 a r e  permeability-time curves for the EPT con- 

trol  and the state-of-the-art 0. 008-inch thick Teflon (TFE) obtained 

from Dielectrics, Inc. The CPBU/EPT/carbon vulcanizates and EPT/  

carbon control were 0. 075-inch thick. In general, the 0. 075-inch thick 

vulcanizates were sufficiently flexible for bladder service,  whereas TFE 

must be less  than 0. 010-inch thick. 

Figure 9 comzares materials a t  thicknesses which can be used for 

storable propellant expulsion bladders. Both the standard resistant EPT 

rubber and approximately 20% thermosetting B-stage CPBU have approx- 

imately the same permeability curve. However, when the content of 

CPBU is increased to at least  3976 (Formulation 9-2), the significant 

improvement in permeability is observed. It is clear f rom these studies 

that increasing the CPBU content markedly decreases the permeability 

of the composite vulcanizate. 

Figure 2 and Figure 9 that a significant improvement in permeability 

over common state-of-the-art bladder materials is afforded with 

CPB U / EPT / carbon compos it e vulcanizat e s . 

(See Section 4. 5. 3). Consequently, 

It is also c lear  f rom comparisons of 
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TABLE XIII 

N204 COMPATIBILITY OF CPBU/ELASTOMER FORMULATIONS 

Formulations 

W e  ight Inc re as e 
N 0 R e s i s t p c e  (5 day) 

4mg/crn Shore Hardness 

E P T  Controls 
1- 1 
1-2 
1-3 
1-4 

a 
a 
a 
a 

74A 
70A 
52A 
3 8A 

CPBUIEPT 

4-3-1 
4-3-2 
4-3-3 
4-3-4 
4-3-5 
4-3-6 

22. 1 
a 

17. 1 
15. 0 
14. 5 
10. 9 

70A 
70A 
90A 
55D 
80D 
90D 

CPBU/E PT /C 

9- 1 
9- 2 
9-3 
9 -4 

10.5 
5.3 
3.9 
2. 1 

82A 
95A 
65D 
76D 

CPBU/EPT Controls 

9-8 
7-3-3 

a 
12.4 

90A 
70D 

a. Sample segregated into smaller chemically attacked 
sections which could not be weighed accurately. ’ 
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Insight into the mechanism of permeability of nitrogen tetroxide 

i s  obtained through interpretation of the permeability curves of control 

of specimens containing the C-stage CPBU and the thermo-plastic B-stage 

CPBU shown in Figure 10. 

mens (Formulation 9-2 and 9 - 3 )  have been repeated in  this curve to faci- 

litate direct  comparison of the candidate materials with the control 

specimens. 

(Formulation 9-8) shows low initial permeability; however, after 24 
hours the permeability ra te  increases  significantly. 

curve with that observed from Formulation 9-2 (4070 thermosetting B- 
stage CPBU) shows that improved permeability is obtained when forma- 

tion of C-stage CPBU occurs simultaneously with vulcanization of the 

EPT. 
f rom interaction between the discrete  particles and the elastomeric ma-  

trix. 

dered thermosetting and thermoplastic CPBU ingredients (60%# loaded) 

can be seen by inspection of Figure 10 curves for Formulation 9 - 3  
(thermosetting B - stage) and Formulati on 7- 3- 3 (thermoplastic B- stage). 

It is seen that improved permeability is  obtained when the thermosetting 

B-stage CPBU is employed. The rapid loss  of permeability resistance 

of the thermoplastic CPBU/EPT /carbon composite (Formulation 7-3- 3 )  

is attributed to the lack of discrete  CPBU particles in the final composite. 

Comparably loaded thermoset CPBU speci- 

The specimen filled with approximately 40% of C-stage CPBU 

Comparison of this 

This comparison infers that the improved permeability originates 

The permeability differences between specimens containing pow- 

4. 5. 3 Mechanical Properties 

The tensile s t ress  as a function of elongation was determined on 

Formulation 9-x candidate composite vulcanizates and a control using 

standard 0.075-inch thick ASTM specimens and an Instron Testing 

Apparatus in conjunction with ASTM D-412 tes t  method. 

these tes ts  a r e  shown in Figure 11 together with a s imilar  curve for 

0.008-inch thick Teflon (Reference 11 ). The standard 20 inch/min 

crosshead speed was used for the tes ts  with the specimens prepared in 

The resul ts  of 

this program. 

min for  Teflon. 

of these specimens a r e  listed in Table XIV. 

DuPont reported data at a crosshead speed of l-inc.h/ 

The modulus at 30% elongation, and s t r e s s  at failure 
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TIME, HOURS 

Figure 10. Comparison of NZ04 Permeability 
of Test  and Control Specimens 
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ELONGATION, PERCENT 

Figure 11. Stress-Elongation Curves of Candidate 
Composite Vulcanieates, Control and 
Compar is on Mat e rials 

Testing Conditions: 

1-1 thru 9-4 0.075-inch thick specimens 
ASTM D-412, 20 - inches/min crosshead speed 
TFE - 0.008-inch thick specimens 1 - inch/min 
crosshead speed (DuPont information) 
X - break 
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I 

Sample 

TABLE XIV 

MECHANICAL PROPERTIES O F  COMPOSITE VULCANIZATES, 
CONTROL AND COMPARISON MATERIAL 

Modulus at 3070 
Elongation, 

psi  

7 

Elongation 
at Fai lure  

70 

200 

Stress at 
Failures 

psi 

1550 Control E P T  

CPBU /EPT /C 
9-1,20. 570 CPBU 

9-2,39. 2% CPBU 

9-3,56. 270 CPBU 

- ~~ ~ 

3 30 

500 

2160 

2000 

150 

50 

40 

prove the mechanical properties as well as further enchancing the chem- 

ical r e  sis tance and permeability characteristics. 

970 

760 

1060 

4.6 CHARACTERIZATION O F  EXTERNALLY PLASTICIZED CPBU 

Results of preliminary screening of the Chlorowax 70 externally 

plasticized CPBU formulation a r e  presented in  Table XV. 

TABLE XV 

PRELIMINARY SCREENING OF EXTERNALLY PLASTICIZED CPBU 

9-4,72. 170 CPBU 

Teflon 

4660 35 1600 

5660 300 2200 
I 
I 

I 

-49- 
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From these results i t  is seen that the desirable elastomeric properties 

were obtained, however, this was accomplished through loss of the 

N 0 resistance. 

external plasticizer, however, the product did not retain the desired 

property. 

ticized CPBU were not performed. 

Chlorowax 70 was selected as a chemically resistant 
2 4  

For  this reason, further investigations with externally plas- 

4.7 CHARACTERIZATION OF NON-CHAIN EXTENDED CPBU 

Results of preliminary screening of the non-chain extended CPBU 

formulation are presented in Table XVI. 

TABLE XVI 

PRELIMINARY SCREENING O F  NON-CHAIN EXTENDED CPBU 

2 Excellent =#. 5 mg/cm 
6.0 mg/cm ; Poor = greater than 6.0 mg/cm . a. or less;  Good = betwzen 0. 5 and 

These results indicate that the N 0 2 4  resistance and hardness pro- 

perties for the non-chain extended CPBU a r e  approximately equivalent to 

those of the chain extended CPBU. Because the desired improvement in 

flexibility was not achieved, further investigation of non- chain extended 

CPBU was not performed. 
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5. PHASE I - GONCLUSIONS AND RECOMMENDATIONS 

The laboratory syntiiesis, preparation and characterization of new 

candidate materials described in the preceding two sections have provided 

a sound technical basis for determining the potential of these materials as 
storable propellant bladder materials. These studies also provide guid- 

ance for continued studies towards the development of these new materi-  

als. It was ascertained that methods of preparing candidate materials 

based on direct  modification of the chemical backbone of CPBU did not 

provide materials which were applicable for use as propellant bladders. 

However, the development of a processing means for preparing CPBU- 
elastomeric composites has resulted i n  materials which show exceed- 

ingly high promise €or this use. 
to be a major breakthrough in the a r t  of preparing compliant materials 

which res i s t  chemical attack bv storable lsrolsellants. 

This processing technique i s  considered 

During this program processing techniques for preparing the com- 

posite vulcanizates were only briefly explored and it is believed by sys- 

tematic variation of the critical fabrication parameters,  additional signi- 

ficant improvements will be obtained. 

program that 1) a threshold for future improvement has been established 

and 2) guidelines for this improvement have been identified for continued 

effort aimed at the development of practical advanced storable propellant 

bladder materials. 

It is clear f rom results of this 

Upon examination of the test  specimens after the permeability 

measurements, it was clear  that the long t e r m  compatibility with nitrogen 

tetroxide cannot be obtained with the present GPBU/EPT/carbon formula- 

tion. 

chemical attack of the E P T  matrix and, hence, is only suitable for  short  

t e rm ( 3  to 4 days) exposure. 

pared to date have chemical compatibility and permeability characterist ics 

which a r e  far better than those currently used in TITAN, LEMDE and 
other liquid propellant rocket engines employing nitrogen tetroxide 

(References 12 and 13). 

vice elastomeric matrices having better compatibility must be utilized. 

The material in contact with the nitrogen tetroxide shows definite 

Interestingly enough, the materials pre- 

It is  clear for long t e r m  nitrogen tetroxide s e r -  
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The permeability curves of the candidate materials (Figure 9) show 

an indication of the degree of permeability improvement which can be at-- 

tained through using a more chemically resistant matrix. 

assumed that the rapid increase in slope as a function of time of the curves 

in Figure 9 is caused by chemical attack of the matrix, then one can utilize 

the initial slope (which is assumed to be independent of chemical attack) 

a s  a measure of the inherent permeability characterist ics of CPBU/elasto- 

meric  composite prepared using a chemically inert matrix. Using this 

hypothesis, effective permeability coefficients were calculated and a r e  

listed in Table XVII. 

the CPBU/elastomer composite vulcanizates a re  capable of providing even 

further improvements in nitrogen tetroxide permeability than that availa- 

ble from the experimental CPBU/EPT carbon composite vulcanizates. 

If it is tacitly 

These theoretical calculations clearly show that 

TABLE XVII 
THEORETICAL PERMEABILITY OF CPBU/EPT COMPOSITE 

VULCANIZATES ASSUMING NO CHEMICAL ATTACK OF MATRIX 

Specimen 
Thiclfness m i .  

75 

75 

75 

75 

37 

Permeability Ratea 
mg/crn2-hr 

0.21 

7.7 

4.5 

8 .0  x 

- 6" 1.9 x 10 

b 

Permeability 
Coefficients 
mil- mg / cm2- hr 

' E f f e c t iv e" 

Mate rial  

' I  Resistant" EPT 

CPBUIEPT 

c PBU / EPT 

39.2% loaded 

56. 2% loaded 

CPBUIEPT 
72. 1% loaded 

CPBU 

a. 

b. 

Calculated from initial slope of permeabixfty curve (See Figure 9) 

Calculated a s  product of specimen thickness and permeability rate. 
f-.fr 

15. 8 

5. 8 x 

3 . 4  x 

6. 0 x loe3 

-5 6. 9 x 10 

c.  Average data over a 200-hour permeability tes t  (See Table 11) 
? I  
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In short  t e rm hydrazine permeability tes ts  (64 hours) conducted by 

the Jet Propulsion Laboratory, a measurable quantity of hydrazine did not 

permeate the CPBU/EPT composite vulcanizates. 

pears  that a usable material  for hydrazine service offering outstanding 

permeability characterist ics was developed during this program. 

Consequently, it ap- 

The effect of CPBU particle size and shape was not studied. The 

particle size of the B-staged CPBU employed was greater  than 175 mi- 

crons. It is believed that the experimental formulations would have exhi- 

bited better permeability resistance had the B-stage powder been signifi- 

cantly smaller. 

face a rea  - i t  is anticipated that the smaller the particle size the l a rge r  

number of active si tes would be available for reaction with the E P T  

matrix. 

This belief follows from consideration of the exposed sur-  

The interpretation of the results obtained in this program provide 

distinct guidelines f o r  future exploratory research  and development 

through study of chemical formulation and processing parameters  to yield 

advanced propellant bladder materials. 

centration, size, shape and mechanical properties a r e  cri t ical  experi- 

mental parameters in addition to the vital parameter of elastomeric ma- 

trix. 

a r e  the CPBU peroxide type and concentration, and the vulcanization time, 

temperature and pressure.  

It is seen that CPBU filler con- 

Experimental parameters  expected to have a second order  effect 

Specific aspects of the cri t ical  experimental parameters  recommended 

fo r  further study are: 

m Elastomeric Gum Stock - Four classes  of gum stocks 
which have the capability for reaction with CPBU and 
which would extenh. the range of storable propellant 
utility include saturated hydrocarbons, fluorocarbons, 
silicones and fluoro nitroso elastomers. 

0 CPBU Fil ler  Concentration - Studies of the trade-offs 
available among chemical permeability and resistance 
and mechanical properties as a function of f i l ler  con- 
tent is required for engineering assessment. 
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Fi l ler  Particle Size - Filler size must be optimized 
fo r  the best balance of permeability and flexibility 
of the composite vulcanizate. 

@ Fil ler  Particle Shape - The potential gain in varying 
particle size from spheroids to platelets must be 
determined experimentally. 

B-Stage CPBU Mechanical Properties - This para- 
meter provides control of the degree of interpene- 
tration of the filler with the matrix, and hence, re- 
quire s evaluation to provide optimum engineering 
properties. 

@ 

It is recommended that the exploratory research and development 

program outlined above be undertaken. 
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6. ACQUISITION AND CHARACTERIZATION O F  N204 RESISTANT 
ELASTOMERS 

In the work reported in Phase I of this program it was ascertained 
that elastomeric matr ices  which exhibit resistance to nitrogen tetroxide, 

but not necessarily permeability, were prime candidates for investigation 

using the composite vulcanizate concept. 

materials were considered for evaluation: 

The following three candidate 

0 Viton- B (terpolymer f rom perf luoropr opene, vinylidene fluoride 
and a DuPont proprietary monomer) 

e Kel-F 5 5 00 elastomer (vinylidene fluoride - chlorotrifluoro- 
ethylene copolymer) 

0 Carboxy nitroso rubber 

The Viton-B and Kel-F 5500 were  selected for  evaluation in this 

program because they offered the ability for chemical interaction of 

pendant vinyl groups during a peroxide cure. 

6 .1  ACQUISITION AND PREPARATION OF NEAT ELASTOMERS 

Viton-B was acquired f rom E. I. duPont deNemours, Inc. , and 

control formulations of neat molded gum stock were prepared using sug- 

gested manufacturer procedures. During this study, it was found that 

significantly improved mold t e s t  slabs (as determined by general appear- 

ance) were prepared by allowing the tes t  slab to cool to ambient tempera- 

tu re  under pressure prior to removal from the mold. 

The Kel-F 5500 fluoroelastomer was acquired f rom the Minnesota 

Mining and Manufacturing Company and control formulations were molded 

using suggested manufacturer procedures. 

curing conditions as given by the supplier were fo r  carbon black filled 

o r  silica filled stocks and did not produce satisfactory cures  on the filled 

formulations. An inveseigation of processing time, temperature, and 

pressure as well as concentration of both the benzoly peroxide curative 

and acid acceptor were investigated to provide suitable control specimens 

for  N204 evaluation. 

acceptor was not suitable for preparation of test specimens, however, 

zinc oxide provided a satisfactory alternate. 

Both the formulation and 

It was found that magnesium oxide as an acid 
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The composition and curing conditions of both the neat elastomeric 

matrices used in this program are given in Table XXVUl: 

TABLE XVIII 

COMPOSITION O F  NEAT ELASTOMERIC MATRICES 

Viton- B 
Maglite Y 
Kel-F 5500 
Zinc Oxide 

Benzoyl Peroxide 

Mold Cure 

Oven Post Cure I Time, hours 

6.2 N204 PERMEABILITY CHARACTERIZATION 

The nitrogen tetroxide permeability characterization of the neat 

Viton-B and Kel-F control specimens were determined using the screen- 

ing method described in Appendix B. 

function of time is given in Figure 12, Ahalysis of the results, together 

with visual observation of the specimens following testing show that both 

rubber compounds were sufficiently compatible with the N204 to  permit 

further study. 

in the same range as that previously reported fo r  the carboxy-nitroso 

rubber. 

compatibility. 

permeability cell) of the 0. 105-inch thick stock was noted, no blisters o r  

exceseive swell were apparent. In the case  of the Kel-F stock, however, 

some swell was obvioue, accompanied by a more pronounced bulging as 

The raw data showing pH as a 

Both compounds displayed rather high permeability rates, 

Of the two compounds, the Viton-B appeared to have the better 

Although slight bulging (away from the N204 side of the 
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well as blistering on the water (HN03) side of the permeability cell. In 
addition, the normally white Kel -F stock turned green where exposed to 

the N204 showing absorption of the oxidizer. 
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7. CHEMISTRY AND FORMULATION OF FILLED N204 RESISTANT 
ELASTOMERS 

7 . 1  CHEMISTRY CONSIDERATIONS 

During Phase I activities, it was found that the process of vulcani- 

zation of B-stage CPBU dispersed within the EPT gum stock offered 

significant improvement in permeability over that obtained from vulcani- 
zing C-staged CPBU in the EPT mat r ix  (Section 4. 5.2) From this study 

it i s  apparent that interaction between the CPBU and the matrix occurred at  

least  t o  an extent which improved the permeability characterist ics.  

F o r  selection of candidate fillers and elastomeric matr ices ,  the 

physical aspect of permeability of propellants through candidate bladder 

materials must be considered in relation to its chemical structure. 

a r e  four means by which propellants can permeate bladder materials.  

Flow processes for liquids and gases through membrane consist of: 

There 

0 Streamline flow through macro and micro  orifices, 

0 

0 Translation along pore surfaces, and 

Knudsen gas flow through macro and micro orifices, 

0 Imbibition, establishment of a concentration gradient 
and then syneresis. 

Macro orifices arise in  bladder materials through methods of prepara-  

tion and their number and size a r e  inversely related to the bladder 

thickness. 

bladder materials and is related to the polymer f ree  volume. Because 

of its high volatility and dissociation into low molecular weight species, 

nitrogen tetroxide, for example, i s  particularly suited to Knudsen dif- 

fusional flow. Translation of propellant along pore surfaces through 

membranes is related t o  the surface f r ee  energy and the wettability. 

Micro orifices arise from the chemical constitution of the 

The important mode of mass  t ransfer  through current bladders, 

consists of imbibition into the bladder , establishment of a concentration 

gradient and then syneresis through the membrane. 

penetrant to  dissolve and diffuse through the membrane can be related to 

the characterist ics of the membrane and penetrant. 

crystallites in an amorphous polymer results in a reduction of the poly- 

mer  volume available for syneresis (sorption) of the penetrant. 

The ability fo r  a 

The presence of 

In 
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addition, the diffusion of the penetrant through the polymer is restrained 

by the crystallites because there  is: 

0 Reduction in the polymer volume available for 
diffusion, and 

0 Increased difficulty of permeation of the penetrant 
because of the necessity for detouring around the 
crystallites 

As an approximation, the permeability is proportional to the product of 

the solubility constant and the diffusion coefficient. 

reduction of both values by the presence of crystall i tes,  the permeability 

of semi-crystalline materials i s  reduced t o  an extent dependent on the 

size and volume fraction of the crystallites. 

Because there is a 

A schematic drawing of the particulate CPBU in the cured elasto- 

mer i c  gum stock is shown in Figure 13. 

shows chain molecules of the gum stock chemically attached to particu- 

late CPBU yet chemically unattached to each other. 

there is no chemical crosslinking in the elastomeric portion. 

The vulcanizate of Figure 13 

In other words, 

This 

Figure 13. Schematic Drawing of CPBU Vulcanizate Structure 
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behavior is quite similar to that of semi-crystalline polymers. 

schematic drawing of the fringed-micelle structure for semi-crystalline 

polymers is shown in Figure 14. 

molecules pass successively through crystalline and amorphous regions. 

The permeability considerations described above for the CPBU vulcani- 

zate a r e  essentially the same as those exhibited by semi-crystalline 

A 

It is seen in Figure 5 that the chain 

polymers. 

Figure 14. Fringed-Mcelle Structure of Semi- Crystalline Polymers 

Another view point consists of the permeant penetrating bladder. 

materials by pore flow rather  than diffusion caused by "flaws'' i n  the 

bladder. Permeability by this mechanism as well as by diffusion can be 

lowered by increasing the concentration of CPBU filler because the pro- 

bability of the flaw being generated through the vulcanizate will be di- 

minished. 

s t r e s s  concentrations generated during processing. 

occur, however, the CPBU filler may be considered as checks to  flaw 

growth thereby diminishing the probability of severe penetrations of 

the flaw into the bladder. 

The flaw is expected to occur in vulcanizates because of 

Where flaws do 

7 . 2  PREPARATION AND COMMINUTION OF CPBU 

A key experimental parameter identified in Section 5 of this report  

It is believed that considerably improved is that of CPBU particle size. 

composite vulcanizate properties would be obtained if the particle size 

of the elastomeric form of CPBU were less  than 100 microns. Conse- 
quently, considerable emphasis was placed on preparation of the finely 

divided B-stage CPBU powder. 
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Four formulations of CPBU B-stage were prepared (See Table XIX) 
using two different peroxides (dicumyl peroxide and L3perco lOlXL) at 
two different concentrations each (2% and 5%). 

bis(t-butyl peroxy) 2,5-dimethyl hexane, was selected because it has been 
found useful in  curing VitonTB elastomers (Reference 15). The dicumyl 

peroxide formulations provide a second system for investigation as well 

as a material for comparative formulations using ethylene-propylene 

terpolymer (EPT)  elastomer. 

cures  as determined by hardness and N204 resistance. 

t-butyl peroxide was employed in the B-staged CPBU, however, evap- 

orative losses during mixing often cause'd poor cures  and inconsistent 

results,  The Luperco lOlXL reacts  by the same chemical mechanism 

a t  almost identical temperatures as does the t-butyl peroxide but pro- 

vides a material with lower vapor pressure.  

The Luperco lOlXL, 2 ,5-  

Both peroxides provided C-stage CPBU 

In earlier work 

Comminution of the cast B-stage CPBU material through milling 

at liquid nitrogen temperatures into finely divided particles was investi- 

gated. 

mately 120-200 microns. 

product having a size of approximately less than 80 microns. 

problems encountered were the ''blow-back" of the particles on the 

grinder screen/feed system. 

lem by modification of the liquid nitrogen feed/pressure control system. 

Initial comminution yielded a product having a s ize  of approxi- 

Regrinding of these particles resulted in a 

Prime 

The grinding vendor overcame this prob- 

Once CPBU B-stage particles were obtained in the desired s i ze  
range, the CPBU filled composites were formulated and molded for  nit- 

rogen tetroxide permeability tests. 

matr ix  and evaluation of shore A hardness values showed that neither of 

the Luperco lOlXL catalyzed CPBU powders, nor the 2% dicumyl pe r -  

oxide catalyzed powder performed satisfactorily. 

Initial "thumb nail" test with an EPT 

The CPBU powder 
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containing 570 dicumyl peroxide made excellent E P T  composite vulcan- 

izates and was the only version of the powder used in  making subsequent 

tes t  specimens. 

7. 3 SE LE CT ION OF CANDIDATE FORMULATIONS 

The key element postulated in Section 7. 1 is that of elastomeric 

matrix- CPBU interaction during vulcanization yielding discrete parti-  

cles of CPBU interlaced by the elastomeric matrix. 
below were undertaken t o  test  this hypothesis further by preparing com- 

posite vulcanizates from the same matrix elastomer which were filled 

with powdered CPBU and other fillers which do not have a potential means 

The activities described 

f o r  chemical bonding t o  the matrix other than by adhesive processes.  

was the objective to use f i l lers  such as sil ica,  carbon, Teflon, ebonite 

etc. which had approximately the same particle s ize  so that this factor 

would not play an overriding role in the permeability characterist ics of 

the prepared composite vulcanizates. 

only three fillers were investigated and unfortunately i t  was not possible 

to obtain materials with identical particle sizes.  

It 

In the course of this program 

The composite vulcanizate formulations selected for evaluation 

were: 

Approximate 
Matrix Filler Filler Particle Sizet p, 

Vi t  on - B Carbon 10 
Silica 44 
CPBU 80 

Kel-F 5500 Carbon 
Silica 

CPBU 

10 
44 
80 

Each formulation combination was prepared with at least four dif - 
ferent concentrations of filler t o  permit evaluation of the effect of filler 

content on the N2O4 permeability characterist ics of the composite vulcan- 

izate. 

in Section 8 must  be considered in light of a possible second order effect 

caused by this variable. 

Because of the variation in particle size,  the resul ts  presented 
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8. PREPARATION AND EVALUATION OF FILLED 
N 2 0 4  RESISTANT ELASTOMERS 

8. 1 VITON-B ELASTOMER INVESTIGATIONS 

Viton-B base composite vulcanizates were prepared using the 

processing conditions established for the control specimens (Section 6. 1). 

The specific formulations prepared into standard ASTM test slabs 

(6-inch x 6-inch x 0.075-inch) are shown in Table XX. 

tions, as noted, all formulations appeared to be useful e las tomers  and 

were subjected to nitrogen tetroxide permeability tests. 

With few excep- 

The nitrogen tetroxide permeability characterist ics of 13 Viton-B 

base experimental rubbery composites were determined and the raw 

pH data are listed in Table XXI. 

higher pH to low pH within the period two to six hours. 

these data that all the composites tested have relatively high N 2 0 4  perme- 

abilities. 

light could be s e e n  through the exposed area. 

no catastrophic degradation was noted, although the resul ts  of pH vs 

time show the same "catastrophic failure' '  trend. 

these data show generally a slight increase in pH during the initial par t  

of the test. It is believed that these resul ts  arise from water f rom the 

tes t  cell  leaching the MgO acid acceptor out of the composite as evidenced 

by a more  basic pH. 

occurred very rapidly (pH measurements of 6-8 showing changes to 2-3 

within a one-hour span). 

These data show a sharp shift f rom 

It is c lear  f rom 

In some cases  the composites were attacked so severly that 

In  other cases,  however, 

Detailed inspection of 

In  nearly all cases, the "failure" of the compounds 

As a result, composites were  prepared that did not contain MgO. 

A series of compounds employing lead oxide (litharge) as the acid 

acceptor was investigated. 

of these composites are shown in Table XXII. 

approach did not appear to  provide a satisfactory solution. 

The results of the NZOq permeability testing 

As these data show, this 

It was found that the presence of the B-stage CPBU particles as a 
fi l ler ,  (containing its own active catalyst-dicumyl peroxide), when cured 

30 minutes at 325'F with the Viton-B control formulation, caused the 

rubber to foam on molding and/or during post curing. To eliminate the 
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TABLE XXII 

EFFECT OF ACID ACCEPTOR ON N 2 0 4  PERMEABILITY 

OF VITON-B FORMULATIONS~ 

1 7  I 1 . 9 0  I 1 
a Base formula: Viton B = 100 phr; benzoyl peroxide = 5. 0 phr;  

Acid acceptor = shown in Table 

Cure: 30 min a t  322'F i n  mold; 
24 hr  a t  400 F in oven 
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possibility of an undesirable interaction between two peroxides as the 

source of this problem, several  composites containing dicumyl per oxide 

in place of the benzoyl peroxide in the Viton-B matrix were molded and 

subjected to  post curing. No foaming was evidenced, however, none of 

these compounds were cured satisfactorily as evidenced by their thermo- 

plastic nature during post curing at 400°F. 

Additional development work showed that the only method suitable 

for producing solid CPBU filled test specimens was to use the formula- 

tions and processes described in Table XX. 
ing under pressure in the mold before post curing a l so  provided less 

porosity. 

It was also found that cool- 

Despite the high N 2 0 4  permeability rate of the composite vulcani- 

zates, compatibility tests run concurrently on sample strips of unfilled 

Viton-B composites formulated with MgO (control specimens) showed no 

significant amount of swell nor catastrophic decrease in physical pro- 

perties. Analogously, carboxy nitroso rubbers (CNR) show very small 

changes in physical and mechanical properties in NZ04 ,  but nevertheless 

a r e  highly permeable. 

8.2 KEL-F ELASTOMER BASE INVESTIGATION 

A series of CPBU filled Kel-F elastomer base composite vulcan- 

izates was prepared for N 0 permeability characterization. The f o r -  

mulations, mold and post cures examined are listed in Table XXIII 

together with the raw pH permeability data. 

composites did not show an appreciable improvement over the CPBU- 

Viton materials (which was attributed specifically to matr ix  material 

incompatibility) composites were not prepared with other fillers for 

test of N 2 0 4  compatibility. 

2 4  

Because the CPBU-Kel-F 

Inspection of the permeability data (Table XXIII) showed that the 

permeation of every compound increased rapidly after a short  initiation 

period in a fashion similar t o  the Viton-B composite vulcanizates. 

this case, however, the specimens did not have gross  imperfections but 

rather appeared discolored and still intact. 

that the neat cured Kel-F elastomer had superior chemical resistance 

compared to  the Viton-B elastomer, however in the relatively short  

In 

Previously it was determined 
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TABLE XXIII 

EFFECT O F  FORMULATION AND CURE CONDITIONS 
ON CPBU FILLED KEL-F N204 PERMEABILITY 

E tion 
I Composition, phr 

I 2 1  3 4 Ingredient C ontr ol 

Kel-F 5500 100 
Benzoyl Peroxide 

Zinc Oxide 

CPBU B-Stage 

2 

I O  
- 

Time, min. 

Temperature, O F  
Mold Cure 

Time, hrs.  

Oven Cure I Temperature, O F  

30 
250 

16 

300 

Permeability Raw Data 

' i m e j  hours 
0 

I 

2 

3 
4 

5 

6 

7 
8 

9 

10 
11 

100 100 
2 2 

10 10 

60 60 

30 30 

250 250a 

16 16 

300 400 

100 100 
2 2 

- - 
60 60 

30 30 
250 250a 

16 24 

300 400 

A 
6.40 

6. 50 

6.40 

6. 15 

3.10 
2.75 

2.25 

ieous ComDartment DH 
6. 15 

6. 15 

6. 00 
4. 00 

3.80 
3.70 
3.60 
2. 90 

8. 05 

8.20 

7. 70 
7. 25 

7. 25 

7.10 
6.60 

4.55 

7. 70 
4.65 

3. 80 
- 

2.20 

I. 70 
I. 5 0  

1.37 

8. 65 

9.00 

9.10 

IO. 20 

9. 20 

9. 3 0  

9.20 

9. 00 

9. 00 
- 

I. 65 

Plus second step mold cure  of 30 minutes at 350°F a 
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period the Kel-F composites were exposed, 

terious effect on the Kel-F matr ix  elastomer. 

N204 had a definite dele- 
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8 . 3  STUDIES WITH COMPATIBLE PERMEANTS 

It is clear f rom the resul ts  presented in the two previous sections 

that it was not possible to  determine whether elastomeric compositions 

containing CPBU uniquely prevent N 0 permeation in comparison with 

other inert  fillers. This difficulty was caused by incompatibility of the 

candidate elastomers,  Viton B and Kel-F with nitrogen tetroxide. After 

coordination with the NASA JPL Project Manager, it was decided t o  in- 

vestigate the permeation of nitrogen gas and hydrazine with Viton B and 

EPT-base composites respectively. 

compatible with the elastomeric matrices.  

2 4  

These permeants a r e  chemically 

The formulation and processing conditions used to  prepare these 

tes t  materials are listed in Tables XXIV and XXV. 

of these permeates through the composites were determined by special 

procedures described in Appendices C and D. The permeability curve 

The permeability 

f o r  these two tes ts  are shown in Figures 15 and 16. 

The permeability of hydrazine through the EPT se r i e s  of compounds 

shows that the CPBU filled specimen displayed a definitely lower per -  

meability ra te  than did the other unreactive fi l lers.  

ated that the CPBU filler diameter was of the order of 80 microns, while 

the silica diameter was of 325 mesh (40 microns) and the carbon black 

It should be r e i t e r -  

10 microns diameter. This difference in diameter, although apparently 

minor, has a large effect on the particle surface a r e a  available fo r  wet- 

ting or  interaction. It may be assumed that had the CPBU filler been of 

the smaller diameter the interaction with the mat r ix  EPT stock would 

have been even greater  and consequently the resistance t o  permeability 

may have been still greater.  

The permeability of nitrogen gas through the Kel-F base mater ia ls  

shows that the carbon black filled stock (two specimens) would not take 

the moderate (15 psig) pressure and ruptured shortly after assembly in  

the permeability cell. 

appeared to  be approximately equal in permeability and it is not certain 

that either stock was sufficiently well cured t o  show differences as ob- 

vious as those noted in the hydrazine permeability through the EPT 

composites. 

not be suitable, whatever the filler, f o r  low permeability compliant 

propellant bladders , 

The sil ica and CPBU filled Kel-F composites 

The bubbly, foamy nature of both Viton-B and K e l - F  may 
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Figure 16. Permeabili ty of Kel-F Elastomer Vulcanizates 
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10. N E W  TECHNOLOGY 

During this program an invention disclosure (Docket No,  3679)  was 

submitted to the TRW Systems Patent Department concerning vulcanized 

rubber gum stock reinforced by poly(cyc1ized 1,2-polybutadiene) tolyl u re  - 
thane (CPBU) fi l ler .  

ganic filler that is hard and tough, dispersed in  and chemically interacted 

with a rubbery matrix. In addition, this invention relates to  methods and 

materials by which hard,  tough filler dispersed in  a rubber is fashioned 

in situ under rubber vulcanization conditions. The invention is directed 

to reducing the permeability of nitrogen tetroxide through chemically stable 

rubbers.  However, there are wider implications which apply to products 

of rubber compounding technology. 

rubber gum stock may yield vulcanizates which have greater  tear resist- 

ance than current vulcanizates. 

plyed as flooring materials, t i r e s ,  tubes, gaskets, l iners,  etc. 

This composition of matter is characterized by o r -  

F o r  example, CPBU as a fi l ler  for 

These improved vulcanizates may be e m -  

The formation of tough, hard  fi l ler  within a rubbery matr ix  under 

rubber vulcanization conditions and the delineation of mater ia ls  whereby 

this phenomenon is  accomplished is the novelty of the invention. The p r e -  

cursor of the hard filler, CPBU, is a polyurethane rubber material. This 

material, dispersed into rubber gum stock, usually by rubber milling 

techniques, cyclizes and crosslinks to form CPBU upon vulcanization o r  

curing of the composite. 

tough, hard fi l lers for  rubbers,  e. g . ,  phenolics, epoxides, carbon inor - 
ganic compounds, etc. ,  the formation of hard  filler in  si tu during vulcani- 

zation of rubber is new and novel. 

Although current  rubber technology employs 

Details of the processing considerations involved in this invention 

are presented in  Section 3 . 6  and resul ts  of chemical resistance,  permea-  

bility and mechanical property testing of initial formulations are presented 

in Section 4. 5. 
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APPENDIX A 

SYNTHESIS OF MODIFIED CPBU FORMULATIONS 

This Appendix describes the detailed procedures employed to  syn- 

thesize six modified CPBU formulation classes. The experimental pro- 

cedures a r e  given for the following CPBU modifications as identified in 

Section 3 of this report: 

0 Internal Plasticization; 

0 Variation in the Backbone Structure through 
Copolymerization; 

0 Introduction of Points of Flexibility in the 
Chain Extender; 

e Modification of the Fused Cyclohexane Ring 
Structure by Chain Transfer; 

8 Exte rnal Plasticization; and 

8 Non-Chain Extended CPBU. 

Individual formulations were obtained by substituting the appropriate 

ratios and cure times a r e  listed in Section 3. 

The experimental details for preparation of the CPBU/Rubber 

composites were presented in Section 3. 6. 
ingredients is  given. 

A. 1 Internal Plasticization 

Also,a l ist  of suppliers of 

Modified formulations of CPBU containing internal plasticizers 

were prepared according to the following example. 

Eleven phr 1-Octene 

Ninety parts 1, 2-polybutadiene diol having a n  average molecular 

weight of 2000 g/mol and 10 parts  1-alkene are placed in a glass vessel 

and mixed thoroughly. 

parts and the solution is stirred. 

par ts  toluene diisocyanate. 

geneous. 

approximately five minues o r ,  until the a i r  bubbles entrapped in the sol- 

ution a r e  removed. 

Di-t-butyl peroxide is added in the amount of 1. 8 

This is followed by the addition of nine 
- 

The solution is s t i r r ed  until it becomes homo- 

The solution is degassed in a vacuum chamber ( < 1 to r r )  for 

The solution is t ransferred into a mold to form a 
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plug o r  cast  between aluminum plates to form a sheet. 

placed in a vacuum chamber and evacuated to  approximately one t o r r  un- 
til entrapped air bubbles a r e  removed (-2 min). P lug  molds a r e  capped 

prior to  curing. No seal  is provided for materials cast between alumin- 

u m  sheets other than the seal provided by gelled resin. 

al is  now ready for curing and is cured as follows: Six hours at 9OoC, 

seven hours at 170 C and seven hours at 170 C. 

The mold is 

The cast materi-  

0 0 

A. 2 Variation in the Backbone Structure through Copolymerization 

Two examples a r e  given for modifying the CPBU backbone struc- 

ture through copolymerization with a compound which cannot cyclize. 

Five phr Ricinoleic Triglyceride 

Twenty par ts  1, 2-polybutadiene diol having an  average molecular 

weight of 2000 g/mol and one par t  ricinoleic triglyceride having an 

equivalent weight of 342 a r e  placed in a glass vessel  and mixed thoroughly. 

Di-t-butyl - peroxide is  added in the amount of 0. 4 parts  and the solution 

is  st irred.  

nate. 

e r ia l  is degassed and cast into molds as described above. 

cured as follows: 

hours at 1 7OoC. 

This is  followed by the addition of 2. 1 parts toluene diisocya- 

The solution is s t i r red  until it becomes homogeneous. The mat- 

The res in  is 

Three hours at 9OoC, four hours at 12OoC and four 

One hundred phr 1,2-~olybutadiene diol 

Ten parts 1,2-~olybutadiene diol having an average molecular 

weight of 2000 g/mol and ten par ts  1,4-polybutadiene diol having an 

average molecular weight of 2200 g/mol a r e  placed in a glass vessel  and 

mixed thoroughly. Di-t-butyl peroxide is added in the amount of 0. 4 

parts and the solution is stirred.  Toluene diisocyanate is then added 

(1. 84 parts) and the solution i s  s t i r red  until it becomes homogeneous. 

The material is degassed and cast  in the molds as described above. 

res in  is cured as follows: Two hours at 9OoC, three hours at 120°C, 

and eight hours at 17OoC. 

The 

A. 3 Introduction of Points of Flexibility in the Chain Extenders 

Ninety parts of 1,2-polybutadiene diol having an average molecular 

weight of 2000 g/mol and 1. 8 par ts  of di-t-butyl peroxide are mixed - 
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thoroughly. 

carbon diisocyanate). 

eous. The solution i s  degassed in a vacuum chamber (< 1 t o r r )  for  ap- 

proximately five minutes o r  until the air bubbles entrapped in the solu- 

tion a r e  removed. 

plug. 
imately 1 t o r r  until entrapped a i r  bubbles a r e  removed (-2 minutes), then 

then capped. 

7 days at  12OoC and 7 days at 17OoC. 

This i s  followed by the addition of 32. 4 par ts  of DDI (36- 

The solution is s t i r red  until i t  becomes homogen- 

The solution is t ransferred into a mold to form a 

The mold is placed in a vacuum chamber and evacuated to  approx- 

The cast material  is cured as follows: 7 days at 9OoCy 

A .  4 Modification of Fused Cyclohexane Ring Structure by Chain Transfer  

Chain transfer agent modified C P B U  formulations we r e  prepared 

according to the following example: 

One Dhr 1-Dodecane Thiol 

Ninety parts 1, 2-polybutadiene diol having an average molecular 

weight of 2000 g/mol, one par t  1-dodecane thiol and 1. 8 parts  di-t-butyl 

peroxide i s  mixed thoroughly. 

toluene diisocyanate. 

eous. The solution is degassed in a vacuum chamber (< 1 to r r )  for ap- 

proximately five minutes o r  until the a i r  bubbles entrapped in the solu- 

tion a r e  removed. 

plug. 
imately 1 to r r  until entrapped a i r  bubbles a r e  removed (- 2 minutes), 

then capped. 

7 days at 12OoCy and 7 days at 17OoC. 

A. 5 Externally Plasticized CPBU Modifications 

- 
This is followed by the addition of 9 parts  

The solution i s  s t i r r ed  until it becomes homogen- 

The solution i s  t ransferred into a mold to fo rm a 

The mold i s  placed in a vacuum chamber and evacuated to  approx- 

0 
The cast material  is cured a s  follows: 7 days at 90 Cy 

One hundred par ts  of 1,2-~olybutadiene diol having an average 

molecular weight of 2000 g/mol,  2 par ts  of di-t-butyl peroxide and 10 

parts of Chlorowax 70 a r e  mixed thoroughly. Toluene diisocyanate is 

added in the amount of 10 par ts  and the solution is mixed until i t  be- 

comes homogeneous. The solution i s  degassed in a vacuum chamber 
(4  1 to r r )  for approximately five minutes or until the air bubbles en- 

trapped in the solution a r e  removed. 

mold to  form a plug. 

evacuated to approximately 1 t o r r  until entrapped air bubbles a r e  

The solution i s  t ransferred into a 
The mold i s  placed in a vacuum chamber and 
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' removed ( m 2  minutes), then capped. The cast material  is cured as 

follows: 

6 hours at 17OoC. 

16 hours at 9OoC, 6 hours at 12OoC, 16 hours at 14OoC and 

A. 6 Non-Chain Extended CPBU 

Twenty-one parts purified 1,2-polybutadiene diol and 2 par t s  of 

phenyl isocyanate a r e  refluxed in 21 parts of benzene for five hours, The 
resulting polybutadiene phenyl urethane is purified by recoagulation 

from a 20: 1 v /v  methanol-toluene solution giving a liquid prepolymer 

having a number average molecular weight of 1560 g/mol. 

this prepolymer is mixed with 24 mg - t-butyl peroxide (2. 4 phr) and 

s t i r red until homogeneous. 

test  tube. The sealed tube casting is  cured as follows: 

9OoC, 6 hours at 12OoC, 16 hours at 14OoC and 6 hours at 17OoC. 

One gram of 

The mixture is degassed and sealed in a 
16 hours at 

A. 7 Suppliers of Ingredients for Modified CPBU Formulations 

Ingredient 

1,2-P0lybutadiene diol 

1,4- Polyb utadi ene diol 

1 -0ctene 

1-Decene 

1-Hexadecene 

Supplier 

U. S. Industrial Chemical Co. 
Hydroxy No. 53.8 mgKOH/g 
Acid No. 0.07 mgKOH/g 
Average Molecular Wt. 2000g/rnol 
Vinyl content 82. 770 of unsaturation 

S inclai r Petrochemicals Inc. 
Sinclair Poly B-D R-45M 

J. T. Baker Chemical Co. 

J. T. Baker Chemical Go. 

J. T. Baker Chemical Go. 

n-Alpha olefins (C -C Gulf Oil Corporation 6 10'c14'c16, 

c14"c18) 

Ricinoleic triglyceride The Baker Caster Oil Co., DB Oil 

Toluene d ii s oc yanate Matheson, Coleman and Bell 

Di-t-butyl peroxide W a l l a c e  and Tiernan Inc. Lucidol Div. 

1 -D odecane thiol Matheson, Coleman and Bell 

Chlorowax 70 Diamond Alkali  Company 
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Phenyl Isocyanate 

Ethylene propylene terpolymer 
rubber (EPT) 

DDI diisocyanate 

T rim et hy lo lp r opane 

Dicumyl peroxide 

Viton-B elastomer gum 

KeL-F 5500 elastomer gum 

06 1 04-60 13 -RO 00 

Supplier 

Matheson, Coleman and Bell 

E. I. DuPont de Nemours, Inc. 
NORDEL 1040 

General Mills 

Celanese Corporation 

Hercules Powder Go. 

E. I. DuPont de Nemours, Inc. 

Minnesota Mining and Manufacturing 
c o .  
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I LME D. 

APPENDIX B 

NIT ROGE N TETROXIDE PERMEABILITY MEASURE ME NTS 

This appendix describes the design and use of special equipment 

employed in this program for  the measurement of nitrogen tetroxide pe rm 
eability through candidate and state-of-the-art bladder materials, The 

ambient temperature apparatus was used for all the measurements re- 

ported in the main body of this report. The high temperature apparatus 

was fabricated, calibrated and checked out with Teflon specimens alone; 

promising candidate materials were available too late in the program fo r  

long term testing. 

B. 1 AMBIENT TEMPERATURE APPARATUS 

Measurement of the permeability of N 2 0 4  through test specimens 

was accomplished by establishing a concentration gradient across  a thin 

wafer of the specimen under study; nitrogen tetroxide on one side and 

deionized water on the other. 

fused through the specimen was determined by monitoring the hydrogen 

ion concentration in the compartment containing the water. 

mole of nitrogen tetroxide that diffuses through the specimen two moles 

of hydrogen ion a re  generated, e. g. ,  

The amount of nitrogen tetroxide that dif- 

F o r  every 

The hydrogen ion concentration w a s  measured electrometrically. 

A photograph of the experimental arrangement of the diffusion appa- 

ratus is shown in Figure B-I .  The following technical problems were over- 

come in the d.?sign and use of this apparatus: 

0 To insure that a NzO4 tight seal w a s  effected at  the glass- 
plastic interface without introduction of contaminants, the 
specimen was clamped snugly in place without the use of a 
s e a1 ant compound. 

The water tight glass-plastic seal  was accomplished using 
a Neoprene O-ring. 

. 

m 
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0 The interface was established in a vertical  position for 
redundant protection against possible leaking during the 
experiment, e.g., the flow path for liquid would lead 
directly to the other side of the specimen. 

0 The water compartment was designed to have a small  
volume in order that a sensitive measure of hydrogen ion 
concentration variation could be measured, 

0 The water compartment containing a magnetic s t i r r ing bar 
and pH electrodes was sealed from the atmosphere to elim- 
inate ingress of carbon dioxide which would interfere with 
the simple interpretation of the pH data. This requirement 
necessitated the use of an auxiliary pH electrode system 
for  adjustment and calibration for  the pH meter.  

B. 1. 1 Experimental 

' Apparatus. The pH measurements were performed using a Beckman 
combination silver-silver chloride/glass pH electrode pair  with a 
Leeds and Northrup Model 7401 line operated pH meter.  The diffu- 
sion apparatus compartments were fabricated from glass using 
3/4-inch industrial glass pipe. 
the water compartment and a 3/4-inch pipe and a ground flat flange 
w a s  employed in the N2O4 compartment. A 10-mm opening for  the 
electrode was located in the water compartment and NZO4 compart- 
ment had a 12-inch length 1-1/2-inch diameter reservoir  for long 
t e rm storage of the N2O4. A magnetic st irring bar was placed in 
the water compartment to insure mixing of the diffused nitrogen 
tetroxide. 
pipe clamp. 

An O-ring groove incorporated in 

The apparatus was held in place with an industrial glass 

Procedure. 
transferred into the w a t e r  compartment of the diffusion apparatus 
(after assembly) by means of a pipet. The electrode was sealed 
in place with a rubber seal and the magnetic s t i r r e r  was  actuated. 
The pH of the water solution was determined and then monitored 
periodically during the experiment. The pH meter  w a s  calibrated 
and adjusted with a standard buffer solution using an auxiliary pH 
electrode pair. 
ment and reservoir.  
room temperature, however, a new supply w a s  added periodically 
to insure that the specimen w a s  always in contact with the oxidizer. 

A known volume of deionized distilled water w a s  

Nitrogen tetroxide was added to the other compart- 
The liquid was permitted to evaporate at 

B. 1 . 2  Results 

Results showing the comparison of the pH in the water compartment 

fo r  resistant butyl rubber, Teflon and CPBUare presented in Figure €3-2. 
These data have been calculated in the form of a permeability measure,  
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C., the weight of nitrogen tetroxide per  unit surface area.  

[calculated by use of Equation (1511 a r e  shown in Figures E - 3 ,  B-4 and 

B-5 respectively. 

These data 
1 

where 

t 

+ 
(H )i = hydrogen ion concentration a t  any time, i, mol/ l  

(H )o = initial hydrogen ion concentration, mol/l  

V = volume of water in aqueous compartment, l i ters 

M = molecular weight of N 2 0 4 ,  g/mol 

A = effective surface a rea  of specimen, cm 2 

The results of similar N 0 permeability measurements on NT-5 fluoro- 

nitroso rubber, Alcar 22c (CTFE), Kynar (VF) ,  T F E / F E P  laminates and 

TFE ( I O .  0079-inch thick) a re  shown in Figure B-6. 
shown in Figure B-6 a re  summarized in Table I1 in the main body of the 

report . 

2 4  

The permeability data 

B. 2 HIGH TEMPERATURE APPARATUS 

During this program an apparatus was constructed which permits  

the determination of nitrogen tetroxide permeability of candidate materials 

as a function of temperature. 

the ambient temperature apparatus but has been designed to 

the constraints imposed at 130°F of both temperature and operation at 

60. 0 psia (the vapor pressure of N 0 2 4  
schematically in Figure B-7 consists of two chambers; one for N 0 

and the other for deionized water, which are separated by a thin wafer of 

the test  specimen. 

the driving force €or the permeability measurements. 

This apparatus uses the same principal as 

overcome 

at 130°F). The apparatus shown 

2 4' 

The concentration gradient across  the specimen is 

The apparatus is constructed of stainless steel and consists of 1) a 
Beckman Instrument Company Model 72500a High P res su re  pH Electrode 

Pair Assembly (capable of operation I 0 0  psig), (Reference 14), which 
serves a s  the water reservoir,  and 2)  the N 0 reservoir .  The diffusion 

2 4  
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Figure B-7. Special High Temperature Permeability Apparatus 
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apparatus is filled by f i rs t  assembling the test  material  in place, remov- 
ing the threaded cap at the end of the N 0 chamber, filling the reservoir  
with N 0 and replacing the cap. 

2 4  
2 4  

The water reservoir,  containing the magnetic st irring bar, is 
filled through the electrode pair assembly to avoid entrappment of air. 

The diffusion apparatus is placed in the oven, the magnetic stirrer is 

started and the pH meter is attached to the electrodes. 

of the oven is controlled and maintained at a desired level. 

The temperature 

The assembled components af the diffusion apparatus are shown in 

The overall components of the high temperature permeabi- Figure B-8. 
lity apparatus (shown in Figure B-9) consist of the diffusion apparatus, 

pH meter, and constant temperature oven. 

Permeability measurements were conducted on 0. 032-inch Teflon 

sheet at 140°F. The permeability-time curve is shown in Figure B-IO. 
Increase of temperature clearly increases the rate  of permeability by 

an appreciable amount. 

3. 0 rng N 0 /cm 2 4  
about 4. 0 hours to attain the same total permeability at 77OF. 

At 1400F, Teflon had a total permeability of 
2 in 3.5 hours whereas the same material required 
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Figure B-8. Diffusion Apparatus 
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TIME, HR 

Figure B-  10. Permeability of Nitrogen Tetroxide 
Through 0.032-inch ThickoTeflon as 
a Function of Time at 140 F 
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APPENDIX C 

HYDRAZINE PERMEABILITY MEASUREMENTS 

This Appendix describes the design and use of a special apparatus 

employed in this program for  the measurement of hydrazine permeability 

through candidate bladder materials. 

of establishing a concentration gradient across  a specimen: hydrazine on 

one side and nitrogen gas on the other. By flowing the nitrogen gas f rom 

the back side of the test specimen through a glacial acetic acid trap, the 

hydrazine that diffused through was transported and absorbed in the 

glacial acetic acid. 

with perchloric acid permitted quantitative determination of the hydrazine 

which diffused through the test specimen. 

The technique employed consisted 

Periodic removal of the trap solution and t i tration 

The apparatus employed in this measurement is shown schematically 

in Figure C-1. 

the hydrazine reservoir,  2) standard glass pipe joints, and 3) a straight 

flow-through tube fitted with gas inlet and outlet ports. 

material is placed between the tubes and the tubes joined using triangular 

glass pipe connectors. 

supply and the gas outlet port is connected to two scrubber t raps  in series. 

The apparatus consists of 1) an L-shaped tube for  use as 

The bladder 

The gas inlet port is connected to a nitrogen 

The hydrazine diffusion rate was determined by the following pro- 

cedure: 

Hydrazine is added to  the reservoir to  insure, by means of a 
pressure head, continuous and intimate contact between the 
hydrazine and the bladder material. A measured quantity of 
glacial acetic acid was placed in each scrubber and the nitro- 
gen purging gas supply was opened. The gas inlet port was 
constructed to permit direct  flow of the nitrogen purging gas 
over the exposed bladder surface. 
the acetic acid scrubber were emptied into a 125-ml Erlen- 
meyer flask. 
a perchloric acid-glacial acetic acid solution to a quinaldine 
red end-point. 

Periodically the contents of 

The trapped mater ia l  was t i trated directly with 

The hydrazine diffusion over any specific time interval was cal-  

culated as follows: 

(Vi-B) (N) (32. 05) 

A 
N2H4 diffused, rng/cmZ = 
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Tubing 

Acetic Acid 
Traps  

F i g u r e  C -1. Schematic Diag ram of Hydraz ine  
P e r m e a b i l i t y  Mea s u r  eme nt Appara tus  
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Where: V ,  = Volume of perchloric acid solution required to 
t i t ra te  the scrubber solution after any time 
period, ti, m1 

scrubber titration, ml 
B = Volume of perchloric acid solution for  blank 

N = Concentration of perchloric acid solution, 
normal 

2 A = Exposed bladder surface area,  c m  
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APPENDIX D 

GAS PERMEABILITY MEASUREMENTS 

This Appendix describes the design and use of a special apparatus 

employed in this program for the measurement of iner t  gas permeability 

through candidate bladder materials. The technique employed consisted 

of establishing a pressure drop across  a candidate bladder material: 

a fixed pressure level of inert  gas on one side and low pressure on the 

other. 

quantity of gas which permeated through the bladder material was cal-  

culated assuming ideal gas laws. 

The low pressure was monitored as a function of time and the 

The apparatus employed in this measurement is shown schemati- 

cally in Figure D-1. 
voir tube which was connected to the gas supply system. 

sure  part  of the system consisted of a gas supply, vacuum outlet and 

pressure gauge. 

straight tube fitted with ports for evacuation and constant pressure moni- 

toring. 

meter.  

tubes were joined using triangular pipe connectors. 

The apparatus consisted of an L-shaped gas r e se r -  

The high pres-  

The low pressure side of the apparatus consisted of a 

Pressure  monitoring was accomplished using a mercury  mano- 

The bladder material was inserted between the tubes and the 

The gas permeabilities were measured in the following manner: 

The entire apparatus was evacuated and the pressure monitored 
to insure that the system was leak-tight. The gas reservoir  
was then pressurized to 3 0  psi  nitrogen. The gas supply sys- 
tem was regulated automatically during the test to insure that 
constant pressure was maintained in the reservoir.  
sure  r i se  in the low pressure side of the apparatus caused 
by the permeation of the nitrogen gas was monitored periodi- 
cally using a mercury manometer. 

The pres- 

The nitrogen diffusion after a fixed period of time, ti, was cal- 

culated as follows: 

2 1.155 P V  
A Nitrogen diffusion, mg/cm = 

W h e r e :  P = 

v =  
A =  

Measured pressure change, atm. 

Volume of low pressure side of apparatus, ml 

Area of exposed bladder material, c m  2 
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